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ABSTRACT 

This report covers in detail the research work of the Solid State Division at 
Lincoln Laboratory for the period 1 May through 31 July 1998. The topics 
covered are Quantum Electronics, Electro-optical Materials and Devices, 
Submicrometer Technology, High Speed Electronics, Microelectronics, Analog 
Device Technology, and Advanced Silicon Technology. Funding is provided by 
several DoD organizations—including the Air Force, Army, BMDO, DARPA, 
Navy, NSA, and OSD—and also by the DOE, NASA, and NIST. 
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INTRODUCTION 

1. QUANTUM ELECTRONICS 

Passively ß-switched Nd:YAG microchip lasers have been developed that produce up to 250 fß per 
pulse at 1.064 fjm, with a pulse duration of 380 ps. The infrared output has been harmonically converted to 
532,355, and 266 nm with high efficiency. 

2. ELECTRO-OPTICAL MATERIALS AND DEVICES 

Bromine ion-beam-assisted etching has produced smooth vertical sidewalls in GaAs, GaP, InP, AlSb, 
and GaSb as well as in the usual alloys formed from these materials. Our etching experience and the vapor 
pressure data for bromine with group III and group V elements has led us to believe that all of the various 
technologically important III-V binaries, ternaries, and quaternaries can be etched with this technology. 

The in-plane Seebeck coefficient, Hall coefficient, and electrical resistivity of PbTe/Te superlattice 
structures grown by molecular beam epitaxy have been measured at 300 K. The results have shown that a 
significant enhancement of the in-plane Seebeck coefficient, thermoelectric power factor, and figure of 
merit has been achieved. 

High-performance InAsSb/AlAsSb double heterostructures for mid-infrared, optically pumped 
lasers have been grown by molecular beam epitaxy. At ~80 K, a record optical-to-optical power conversion 
efficiency of 9.5% has been obtained for ~1-W long-pulse, 3.85-^m emission with 1.9-^m pumping. 

Novel techniques for the accurate alignment and attachment of mass-transported microlenses to the 
facets of diode lasers, including tapered lasers and tapered laser arrays, have been demonstrated. Tech- 
niques for the alignment of a single element tapered laser, a GaP microlens, and a single-mode optical fiber 
in a compact package have also been demonstrated with an optical coupling efficiency of 60% at 980 nm. 

3. SUBMICROMETER TECHNOLOGY 

Line-edge roughness has been investigated experimentally for silylated top-surface imaging resist. 
The observed roughness has been shown to be a function of the aerial image quality and thus may limit the 
allowable defocus margin for the process. 

Microbridge materials optimized for room-temperature infrared microbolometers have been fabri- 
cated using plasma-enhanced chemical vapor deposition. The films deposited from tetramefhyldisiloxane 
are compatible with current CMOS processing and have been shown to have adequate thermal conductiv- 
ity, infrared absorption, and mechanical strength for use as microbolometer membranes. 
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4. HIGH SPEED ELECTRONICS 

Two-port small-signal S-parameter measurements have been performed on the first source-up 6H- 
SiC and drain-up 4H-SiC vertical field-effect transistors (VFETs). The 12-GHz unity current gain fre- 
quency and 4-GHz maximum frequency of oscillation obtained for the 4H-SiC VFET are the highest val- 
ues obtained for any vertical transistor fabricated in SiC to date, demonstrating the potential of this 
technology for this material system. 

5. MICROELECTRONICS 

Resistive-gate charge-coupled device (CCD) technology is being reexamined as a high-yield process 
for some large-area CCD applications. Preliminary results on two candidate films, lightly doped poly sili- 
con and cermet, have shown promise in meeting the requirements for the resistive gates. 

6. ANALOG DEVICE TECHNOLOGY 

A 1.1% bandwidth 3-pole transmit filter based on stripline-like circular resonators, made using thin 
film superconductors, has been built and tested. The filter frequency response is independent of power up 
to at least 72 W, the maximum power available to us, and the intermodulation products for two 20-W input 
tones in-band is at least 104 dBc. 

7. ADVANCED SILICON TECHNOLOGY 

A study has been undertaken to assess possible hardware implementations of a new signal compres- 
sion algorithm, targeted at the compression of data from infrared atmospheric sensors aboard a NASA 
earth observation satellite. One of the options, which offers potential advantages over the alternatives, is an 
application-specific integrated circuit that could be built in Lincoln Laboratory's fully depleted 0.25-^m 
silicon-on-insulator CMOS process. 

xiv 
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1. QUANTUM ELECTRONICS 

1.1    MID- AND HIGH-POWER PASSIVELY ß-SWITCHED MICROCHIP LASERS 

Passively ß-switched microchip lasers are simple, compact, robust sources of short-pulse laser radi- 
ation with high peak power and nearly ideal mode quality. Although there are some reports on high-power 
devices (pumped with 10-12 W of diode power) [l]-[3], most of the work on passively ß-switched micro- 
chip lasers has concentrated on lasers pumped with ~1 W of diode power [3]-[6]. Here, we give a detailed 
description of several mid- and high-power lasers in a series of devices recently developed at Lincoln Lab- 
oratory. These passively ß-switched microchip lasers were designed to be pumped with the output of 3- 
and 10-W high-power fiber-coupled 808-nm diode-laser arrays. The most powerful of these lasers pro- 
duces 250 jUJ/pulse at 1.064 /mi, with a pulse duration of 380 ps and peak power in excess of 570 kW. The 
infrared output of these devices has been harmonically converted to 532, 355, and 266 nm with high effi- 
ciency. 

The devices reported here were built and tested for several different applications. There was no 
attempt to ensure that test conditions on different devices were equivalent, or that the same tests were per- 
formed on each device. For example, the pulse energies and thresholds of the lasers are dependent on the 
magnification of an intermediate lens. Optimization for high energy at low repetition rates requires differ- 
ent focusing than optimization for high repetition rates. Some applications required high-repetition-rate 
operation, others did not. Each of the lasers was optimized for a particular program under different operat- 
ing conditions. Nonetheless, the results reported here give a good idea of the capabilities of the technology 
discussed. 

The 3-W-pumped mid-power microchip lasers discussed here (MPMCL-1, MPMCL-2, and 
MPMCL-3) all comprise a piece of Nd:YAG diffusion bonded to a 3-mm-long piece of Cr :YAG. For 
MPMCL-1 and MPMCL-2, the Nd:YAG is 3 mm long. For MPMCL-3, the Nd:YAG has a length of 9 mm. 
The Nd:YAG in all of the devices is doped at 1.1 wt% Nd; the Cr4+:YAG has an unsaturated absorption of 
1.5 cm-1 at 1.064 /mi. In addition to these two materials, devices MPMCL-2 and MPMCL-3 have a piece 
of undoped YAG diffusion bonded to the Cr4+:YAG on the face opposite the Nd:YAG, as shown in Figure 
1-1. The dimensions of the crystals are given in Table 1-1. Dielectric coatings are applied directly on the 
crystals. The input coating, deposited on the Nd:YAG, is antireflecting at the pump wavelength (808 nm) 
and highly reflecting (>99.9%) at the oscillating frequency. The output coating on all of the devices has a 
reflectivity of 60% at the oscillating frequency (1.064 /mi). 

The undoped YAG in MPMCL-2 and MPMCL-3 is used to lengthen the cavity in a way that main- 
tains the robustness of the device. The increased cavity length results in a larger oscillating-mode diameter 
and, therefore, more efficient use of the pump. In addition, it leads to a longer pulse length, which can be 
advantageous for pumping optical parametric oscillators [1]. The Cr4+:YAG is kept near the center of the 
cavity so that spatial hole burning in the saturable absorber has the largest possible effect on maintaining 
single-longitudinal-mode operation of the laser. The faces of the composite Nd:YAG/Cr4+:YAG/ 
undoped-YAG material system are polished flat, to a parallelism of better than 10 /trad. 
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Figure 1-1. Schematic of'3-W-pumped mid-power passively Q-switched microchip lasers. 

TABLE 1-1 
3-W-Pumped Mid-Power Passively Q-Switched Microchip Laser Parameters 

Device 
Nd:YAG 

4ld 

Cr^iYAG 

^Cr 

Output 
YAG Cap 

*0 

Cr^iYAG 
Absorption 

a 

Output 
Coupler 

R 
(mm) (mm) (mm) (cm"1) (%) 

MPMCL-1 3 3 0 1.5 60 

MPMCL-2 3 3 6 1.5 60 

MPMCL-3 9 3 12 1.5 60 

The microchip lasers are cut to a nominal 2 x 2-mm cross section and bonded to a gold-coated oxy- 
gen-free-copper heatsink with thermally conductive epoxy (Thermalbond 4951, from Thermalloy, Inc.). 
Before bonding, the bonded sides of the lasers were ground flat for good thermal contact. The opposite 
sides were polished to a window-like finish so that the epoxy bond could be observed through the YAG. 
The surfaces to be bonded were meticulously cleaned to ensure the minimal bond thickness and avoid the 
formation of bubbles in the epoxy. A small amount of epoxy was applied to the heatsink. The laser was 
placed on the epoxy and carefully aligned before being clamped in place. The epoxy was then cured at 
50°C for 1 h. Typical epoxy thicknesses are 5 /mi. 



To pump the mid-power microchip lasers, the 3-W output of a fiber-coupled diode-laser array 
(Model OPC-D003-808-HB/100 3-W cw high-brightness fiber-coupled diode laser, from Opto Power, 
Inc.) was passed through a protective window and imaged into the gain medium (Nd:YAG) with a commer- 
cially available, antireflection-coated, matched pair of aspheric lenses (Model C220MP-B fiber-to-fiber 
high-numerical-aperture (NA) matched pair, NA = 0.25,/= 11 mm, from Thorlabs, Inc.). The positions of 
the fiber end, lens, and microchip laser were empirically optimized, but typically resulted in a unity magni- 
fication of the fiber facet (core diameter = 100 ^m, NA = 0.2) in the Nd:YAG. The protective window was 
coated to be antireflecting at the pump wavelength and highly reflective at both the lasing wavelength and 
its second harmonic. This prevented any high-peak-power laser radiation (and its second harmonic) from 
being coupled into the fiber, propagating back to the pump diodes, and causing damage. The protective 
window was also used to hermetically seal the microchip laser head, even when the pump diodes were dis- 
connected. All of the elements of the mid-power microchip laser head, with the exception of the three 
O-rings used to seal the protective window to the mounting block (bottom heatsink), the laser cover to the 
mounting block, and the output window to the laser cover, are shown in Figure 1-2. Mounted passively 
Q-switched mid-power microchip lasers are shown in Figure 1-3. A completely packaged device is shown 
in Figure 1-4. 

The repetition rate of the passively ß-switched lasers is controlled by pulsing the pump diodes. The 
length of the diode ON pulse is set to allow exactly one output pulse from the microchip laser for each pulse 
of the diodes. MPMCL-1 and MPMCL-2 can be pulse pumped with 3 W of optical power. At low pulse 
repetition rates, MPMCL-1 produces 30 /iJ/pulse with a 700-ps pulse duration. MPMCL-2 produces 40 
/J/pulse with a 1200-ps pulse duration. MPMCL-1 can also be cw pumped, to produce 330 mW of infra- 
red output at 16-kHz repetition rate. MPMCL-2 cannot be cw pumped. With 3 W of pump power, it has a 
maximum pulse repetition rate of ~3 kHz, limited by thermal effects in the YAG crystals. MPMCL-3 
requires more than 3 W to reach threshold. With 5 W of pump power (from a particularly "hot" Model 
OPC-D003-808-HB/100 3-W diode laser) it can be pulsed at up to 2.5 kHz and produces 65-/zJ pulses of 
2200-ps duration. The performance of the mid-power passively ß-switched microchip lasers is summa- 
rized in Table 1-2 for a pulse repetition rate of 500 Hz. 

With the use of 3 (or 5) W of pump power, all of the mid-power devices operate in a linearly polar- 
ized, single longitudinal mode, with diffraction-limited output. When pulse pumped, the amplitudes and 
pulse widths are stable to within 1%. When MPMCL-1 is cw pumped, its output bifurcates at pulse repeti- 
tion rates above 15 kHz. Alternating pulses are in different longitudinal and polarization modes, each with 
slightly different amplitude. 

The mid-power microchip lasers were also pumped with 10 W of diode power (Model 
OPC-D010-808-HB/250 10-W cw high-brightness fiber-coupled diode laser, from Opto Power, Inc.), pro- 
ducing ~3 times more energy per pulse than when pumped with 3 W. Similar devices, pumped with 12 W, 
have been previously reported [l]-[3]. The performance with 10-W pumping at a pulse repetition rate of 
500 Hz is included in Table 1-2. When pumped with 10 W, none of the mid-power devices maintained sin- 
gle-mode performance at pulse repetition rates much above 2 kHz. Multimode oscillation is often followed 
by damage to the output facet of the laser. 
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Figure 1-2. Components of mid- and high-power passively Q-switched microchip laser head. 

The four 10-W-pumped high-power infrared microchip lasers discussed here (HPMCL-1, 
HPMCL-2, HPMCL-3, and HPMCL-4) comprise a four-crystal sandwich of undoped YAG, Nd:YAG, 
Cr4+:YAG, and undoped YAG, diffusion bonded to each other in that order, as shown in Figure 1-5. The 
NdrYAG in all of the devices is doped at 1.1 wt% Nd. HPMCL-2 uses a piece of Cr4+:YAG with an unsat- 
urated absorption of 1.5 cm-1 at 1.064 paa. For the rest of the devices, the unsaturated absorption of the 
Cr4+:YAG is 6 cm-1 at 1.064 fxm. The dimensions of the crystals are given in Table 1-3. Devices 
HPMCL-1 and HPMCL-2 have an unsaturated round-trip loss due to the saturable absorber of 83%. The 
unsaturated round-trip loss in HPMCL-3 and HPMCL-4 is 93%. Dielectric coatings are applied to the 
undoped YAG endcaps. For all devices, the input-side coating is antireflecting at the pump wavelength and 
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Figure 1-3. Mounted mid-power passively Q-switched microchip lasers. 
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Figure 1-4. UVpassively Q-switched microchip laser head. 



TABLE 1-2 
Mid-Power Device Characteristics at 500 Hz 

Device 
Pump 
Power 

(W) 

Pulse 
Energy 

Pulse 
Width 
(ps) 

Beam 
Waist 
(/wrn) 

Peak 
Power 
(kW) 

Peak 
Intensity 
(GW/cm2) 

Peak 
Fluence 
(J/cm2) 

MPMCL-1 3 30 700 60 37 0.65 0.53 

MPMCL-2 3 40 1200 70 29 0.37 0.52 

MPMCL-3 5 65 2200 85 25 0.22 0.57 

MPMCL-1 10 100 650 85 132 1.16 0.88 

MPMCL-2 10 150 1000 100 129 0.82 0.95 

MPMCL-3 10 180 2000 120 77 0.34 0.80 
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Figure 7-5. Schematic of 10-W-pumped high-power passively Q-switched microchip lasers. 



TABLE 1-3 
10-W-Pumped High-Power Passively Q-Switched Microchip Laser Parameters 

Device 
Nd:YAG 

4ld 
(mm) 

Nd:YAG 

4jd 
(mm) 

Cr^iYAG 

(mm) 

Output 
YAG Cap 

(mm) 

Cr^YAG 
Absorption 

a 
(cm"1) 

Output 
Coupler 

R 
(%) 

HPMCL-1 1 3 1.5 1 6 40 

HPMCL-2 1 4 6 1 1.5 40 

HPMCL-3 1 3 2.25 1 6 26 

HPMCL-4 1 4 2.25 3 6 26 

highly reflecting (>99.9%) at the oscillating frequency. The output coatings of HPMCL-1 and HPMCL-2 
have a reflectivity of 40% at 1.064 fim. The reflectivity of the output coatings for HPMCL-3 and 
HPMCL-4 is 26%. 

The undoped YAG endcaps are used to improve the damage threshold of the devices. The use of 
undoped endcaps has become common practice in high-power lasers. Since there is no absorption of pump 
or laser radiation in the undoped materials, thermal stress at the YAG/dielectric-coating and dielectric-coat- 
ing/air interfaces is reduced. This improves the damage threshold of the coatings. It has also been observed 
that, independent of thermal stress, undoped materials have a higher damage threshold than doped mate- 
rial, and the damage usually occurs at the surface of the materials. Diffusion bonding buries the Nd:YAG 
and Cr4+:YAG ends, protecting them from damage. 

The faces of the composite undoped-YAG/Nd:YAG/Cr4+:YAG/undoped-YAG material system are 
polished to a parallelism of better than 10 jurad. The surface is polished so that there are no apparent 
scratches, sleeks, or digs in the active region when viewed with a Nomarski microscope at magnifications 
up to 800x. This level of surface finish was used to avoid the high fields that can arise at surface irregulari- 
ties and nucleate damage. (The intensity of the infrared beam exiting the laser is as high as 10 GW/cm ; we 
were concerned about field-induced damage.) The surfaces were meticulously cleaned before applying 
high-damage-threshold dielectric coatings. The output coatings were finished with a half-wave layer of 
Si02 to improve the damage threshold and robustness of the devices. Having taken the precautions 
described in this paragraph, we have not observed coating damage to any of the high-power devices over a 
cumulative operating time of several hundred hours. 

The high-power microchip lasers are cut to a nominal 2 x 2-mm cross section and bonded to a 
gold-coated oxygen-free-copper heatsink with thermally conductive epoxy in the same way as the 
mid-power lasers. For high-repetition-rate operation of the 10-W-pumped devices, it was necessary to 



heatsink the lasers from the top as well as the bottom. A U-shaped piece of oxygen-free copper was care- 
fully machined to contact the top of the laser and the bottom heatsink on both sides of the laser, within a 
tolerance of 5 jum. The length of the heatsink was equal to the length of the laser. Thermal epoxy was 
applied to the three contact areas, the top heatsink was clamped in place, and the epoxy was cured. Contact 
to the sides of the laser was avoided. The top heatsink was added in a separate step, not at the same time the 
laser was attached to the bottom heatsink. This facilitated alignment of the laser and made it easier to opti- 
mize the primary thermal contact between the laser and the bottom heatsink. The laser was tested, and the 
alignment checked, at low repetition rates before the top heatsink was added. Thermal contact to both the 
top and bottom of the laser results in symmetry in the thermal loading of the devices and prevents thermal 
destabilization of the microchip cavity. We noticed, however, that at high duty cycles the polarization axis 
of the laser can switch from being defined by internal properties of the YAG crystals to being oriented with 
the thermal stress induced by the heatsink geometry. This problem can be avoided by pretesting and prop- 
erly aligning the microchip lasers before they are diced into 2 x 2-mm devices. 

To pump the high-power microchip lasers, the 10-W output of a fiber-coupled diode laser array was 
passed through a protective window and imaged into the gain medium (Nd:YAG) with a commercially 
available, antireflection-coated, matched pair of aspheric lenses. The positions of the fiber end, lens, and 
microchip laser were empirically optimized, but typically resulted in a ~0.5x magnification of the fiber 
facet (core diameter = 250 fim, NA = 0.2) in the Nd:YAG. All of the elements of the high-power microchip 
laser heads, with the exception of the laser itself and the top heatsink described above, are the same as for 
the mid-power devices, and are shown in Figure 1-2; the completed high-power device is identical in 
appearance to the laser shown in Figure 1-4. 

For HPMCL-1 to reach threshold with a 10-W pump requires a diode ON pulse of only 140 jus, a 
duration well below the spontaneous lifetime of the upper laser level. This device can be pumped with as 
little as 6.5 W from the 10-W diode-laser array and produces 130-^J pulses with 390-ps pulse width at low 
repetition rates. A high-brightness 3-W diode-laser array has also been used to pump HPMCL-1. When 
pumped with 3 W, the beam cross section and the output power of the laser are reduced by about a factor of 
2. HPMCL-2 requires a 300-jUS ON pulse with 10-W pumping and produces 225-/J pulses with 700-ps 
duration. This pump pulse duration is greater than the spontaneous lifetime of the upper laser level. 
HPMCL-3 and HPMCL-4 required, respectively, pump powers of 11 and 15 W (from a particularly hot 
Model OPC-D010-808-HB/250 10-W diode laser) to reach threshold. They produce 200 ^J in a 310-ps 
pulse, and 250 /J in a 380-ps pulse, respectively. The performance of the high-power passively ö-switched 
microchip lasers, at 500-Hz pulse repetition rate, is summarized in Table 1-4. 

Although Table 1-4 only contains data for a pulse repetition rate of 500 Hz, HPMCL-1 can be 
pumped at frequencies up to 5.5 kHz (with 10-W pumping). At high pulse repetition rates the radius of the 
beam waist decreases to ~60 jum, owing to increased thermal mode guiding. The pulse energy decreases to 
110 /J/pulse and the pulse width remains about the same. HPMCL-1 can also be cw pumped to generate 
~650 mW of 1.064-jUm output. HPMCL-2 operates at repetition rates up to 2 kHz. The beam waist at 2 
kHz decreases to 60 /mi, without a significant change in its output energy or pulse width. HPMCL-2 can- 
not be cw pumped. HPMCL-3 and HPMCL-4 have not been tested at pulse repetition rates above 500 Hz. 



TABLE 1-4 
High-Power Device Characteristics at 500 Hz 

Device 
Pump 
Power 

(W) 

Pulse 
Energy 

(1*1) 

Pulse 
Width 
(ps) 

Beam 
Waist 
(/im) 

Peak 
Power 
(kW) 

Peak 
Intensity 

(GW/cm2) 

Peak 
Fluence 

(J/cm2) 

HPMCL-1 3 70 400 55 150 3.2 1.5 

HPMCL-1 10 130 390 70 286 3.7 1.7 

HPMCL-2 10 225 700 90 276 2.2 1.8 

HPMCL-3 11 200 310 60 554 9.8 3.5 

HPMCL-4 15 250 380 60 565 10.0 4.4 

All of the high-power devices operate in a linearly polarized, single longitudinal mode, with diffrac- 
tion-limited output. When pulse pumped, the amplitudes and pulse widths are stable to within 1%. When 
HPMCL-1 is cw pumped, its output bifurcates. Alternating pulses are in different longitudinal and polar- 
ization modes, each with slightly different amplitude. 

As shown in Table 1-4, the peak powers of the high-power microchip lasers are several hundred kW, 
and the output intensities are several GW/cm2. Peak fluences are several J/cm2. These intensities and flu- 
ences are the reason for the care that was taken in the surface preparation and coating of the laser facets. 

The output of several of the microchip lasers described above was harmonically converted into the 
visible and uv. To frequency double the infrared output of the microchip lasers we use low-temperature 
hydrothermally grown KTP, oriented for Type II phase matching (obtained from SYNOPTICS, a division 
of Litton Airtron). The KTP crystals were cut with an orientation of 6 = 90° and 0 = 27°. Proper phase 
matching is achieved for 6 = 90° and 0 = 24.3°. Phase matching therefore occurs when the crystal faces are 
tilted -4.5° (27° - 24.3° multiplied by an index of 1.7 for KTP) with respect to the infrared output of the 
microchip laser. This "misorientation" ensures that the KTP does not reflect light directly back into the 
laser and that multiply reflected beams inside the KTP do not overlap to generate an interference pattern in 
its output. (SYNOPTICS preferred to misorient the KTP rather than wedge its surfaces.) The input face of 
the KTP was coated to be antireflecting at 1.064 /mi and highly reflecting at 532 nm. The high reflector at 
532 nm is used to help protect the pump diodes from any backreflected green light that might otherwise 
couple into the pump fiber and damage the pump diodes. The output of the KTP is antireflecting at both 
1.064 (Um and 532 nm. 

The damage threshold for KTP is ~1 GW/cm2. This is above the output intensity of the mid-power 
microchip lasers. For the mid-power devices, the KTP was positioned next to the output facet of the laser. 



The peak output intensity of the high-power microchip lasers, however, is much greater than the damage 
threshold of KTP. For this reason, for the high-power devices we mount the KTP so that its input facet is 
>1.5 cm from the output facet of the microchip laser, where diffraction reduces the peak intensities to 
below the threshold for bulk material damage in the KTP. Gray tracking (laser-induced photorefractive 
damage) can still be a problem. We observe gray tracking in flux-grown materials and high-temperature 
hydrothermally grown materials at much lower intensities. We have not seen gray tracking in low-tempera- 
ture hydrothermal KTP, even at 1 GW/cm2. 

The KTP crystals we use are ~5 mm long with a 2 x 2-mm cross section. They are mounted in a 
V-shaped groove machined in 1/4-in. stainless-steel ball bearings, seen in Figure 1-2. The V groove is cut 
so that the center of the KTP sits at the center of the ball bearing. The bottom of the ball bearing (directly 
opposite the V groove) is drilled and tapped so that an alignment stick can be screwed into it. The ball bear- 
ing is mounted in a socket in the microchip laser mounting block so that the center of the KTP is positioned 
in the output beam of the microchip laser. For each socket in the mounting block, a V slot is cut from the 
bottom of the mounting block with its apex at the center of the socket hole. In the plane perpendicular to 
the microchip output, the slot opens a >90° wedge. In the orthogonal direction the slot is 5/32 in. wide. 
(This is slightly different than shown in Figures 1-2 and 1-3.) 

To mount the KTP on the laser mounting block, the KTP is epoxied into the ball bearing. The align- 
ment stick is screwed into the ball bearing and lowered through the socket in the mounting block. A spring 
is used to hold the ball bearing tightly in the socket as the end of the alignment stick is moved with 
micrometers to properly phase match the nonlinear interaction. The V groove allows the KTP to be rotated 
by up to 90° to obtain the proper orientation with respect to the polarization of the microchip laser. (If more 
than 90° rotation is needed, the nonlinear crystal can be rotated in the ball bearing by 90° increments.) The 
5/32-in. slot thickness is sufficient to allow proper alignment in that direction, and the alignment stick can 
be rotated to obtain proper orientation in the final direction. Alignment is performed actively, with the laser 
running. When proper alignment is obtained, the top of the ball bearing is epoxied to the mounting block. 
After the epoxy is cured, the alignment stick is removed. 

Typical doubling efficiencies for MPMCL-1 and HPMCL-1, when the KTP is mounted as described 
above and aligned for maximum doubling efficiency, are about 60%. The performance of these devices, at 
high pulse repetition rates, is summarized in Table 1-5. Similar efficiencies are obtained for the other 
devices. The high-intensity output of these lasers is sufficient to effectively saturate the doubling process in 
KTP. 

Third-harmonic, 355-nm uv output is obtained by summing the 1.064-jum fundamental with the sec- 
ond harmonic of the microchip laser output in properly oriented BBO (uv-grade material selected for min- 
imum scattering and intensity-linked absorption, from Cleveland Crystals, Inc.) using Type I phase 
matching. The crystals are ~5 mm long with a 2 x 2-mm cross section. The input face of the BBO is coated 
to be antireflecting at both input frequencies. The output is antireflection coated at 355 nm. 
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TABLE 1-5 
Average Power Generated by MPMCL-1 and HPMCL-1 

at Fundamental and Harmonics 

Device 

Maximum 
Pump 
Power 

(W) 

Pulse 
Repetition 

Rate 
(kHz) 

1064-nm 
Average 
Power 
(mW) 

532-nm 
Average 
Power 
(mW) 

355-nm 
Average 

Power 
(mW) 

266-nm 
Average 
Power 
(mW) 

MPMCL-1 

HPMCL-1 

3 

10 

15 

5.5 

309 

605 

186 

335 

Not tested 

104 

37 

66 

When the KTP used for second-harmonic generation is aligned for maximum second-harmonic effi- 
ciency, the 1.064-jum radiation at the most intense positions within the laser pulse (both temporally and 
spatially) is depleted, resulting in poor third-harmonic generation. To more nearly optimize the third-har- 
monic generation, we rotate the KTP in the plane normal to the incident infrared beam until the sec- 
ond-harmonic efficiency is reduced to ~67% of its maximum value. This ensures that there are about as 
many usable infrared photons as green photons exiting the KTP. Furthermore, by rotating the KTP in the 
proper direction, these infrared photons are mostly polarized parallel to the green photons, so that they can 
be efficiently used in Type I uv generation [5]. Once the KTP is aligned as described, we mount the BBO in 
a socket in the mounting block immediately following the one used for the KTP (center-to-center spacing 
of the sockets is 1/4 in.) and actively align it in a manner similar to that described for the KTP. 

Using the procedure described above, we obtain 19 ^J/pulse of 355-nm output at pulse repetition 
rates up to 5.5 kHz from a nonlinear system built around HPMCL-1. In the near field the output beam has 
a nearly diffraction-limited "top-hat" profile in the direction of walk-off in the BBO, with a diameter of 
~400 /mi. In the opposite dimension the uv beam has a nearly diffraction-limited Gaussian profile, with an 
effective beam waist (the effective beam waist occurs at the output facet of the microchip laser) of ~50-^m 
radius. The far-field pattern of the output is shown in Figure 1-6. 

To obtain fourth-harmonic, 266-nm uv output, we frequency double the 532-nm second harmonic of 
the microchip laser in properly oriented BBO using Type I phase matching. The crystals are ~5 mm long 
with a 2 x 2-mm cross section. The input face of the BBO is coated to be antireflecting at 532 nm; the out- 
put is antireflection coated at 266 nm. 

In the case of fourth-harmonic generation, the KTP used for second-harmonic generation is aligned 
for maximum second-harmonic efficiency. The BBO is mounted in the next socket, and aligned as previ- 
ously described. We obtain 12 ^J/pulse of 266-nm output from a nonlinear system built around HPMCL-1, 
operating at pulse repetition rates up to 5.5 kHz. A nonlinear system built around MPMCL-1 generates 
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Figure 1-6. Far-field pattern of 355-nm passively Q-switched microchip laser system. 

2.5 jtJ/pulse at pulse repetition rates up to 15 kHz. The uv performance of these devices is summarized in 
Table 1-5. In the near field the output beam from both devices has a nearly diffraction-limited top-hat pro- 
file in the direction of walk-off in the BBO, with a diameter of ~500 ,um. In the opposite dimension the uv 
beam has a nearly diffraction-limited Gaussian profile, with an effective beam waist of ~50-/xm radius. The 
far-field pattern of the output is qualitatively similar to that shown in Figure 1-6. 

KTP is a nearly ideal crystal to use for frequency doubling of the microchip laser output. Very effi- 
cient conversion efficiency is obtained at intensities well below the damage threshold. Whether or not KTP 
is the best crystal to use for frequency doubling as an intermediate step in obtaining the uv harmonics of 
the high-power passively g-switched microchip laser is questionable, at least if we insist on using no 
lenses in the system. Since the uv nonlinear crystal, BBO, must follow the KTP crystal, the optical inten- 
sity in the BBO is limited to the intensity in the KTP, even though the damage threshold is an order of mag- 
nitude higher for the BBO (10 GW/cm2 for BBO vs 1 GW/cm2 for KTP). If we were able to increase the 
optical intensity in the BBO, we would obtain higher efficiencies in the final step of uv generation. For 
example, by focusing the output of the KTP into a piece of BBO we have obtained 50% conversion of the 
input 532-nm radiation to 266 nm. In contrast, the efficiency obtained in the systems described above is 
~20%. Given the high output intensities of the high-power microchip lasers, the use of other nonlinear 
crystals for frequency doubling the 1.064-^m output, such as LBO, may result in higher overall uv effi- 
ciency. The lower nonlinear coefficient can be offset by the higher intensities available by putting the crys- 
tal closer to the output facet of the laser. (The damage threshold for LBO is 18 GW/cm2, and gray tracking 
is not an issue.) 
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In all of our uv devices, we use only zero-outgas epoxies. It has been our experience that the outgas- 
sing from epoxies can be cured by the uv laser radiation, and deposits on the output window of the laser 
head in the position that the uv radiation passes through the window, destroying the uv beam quality. After 
all of the nonlinear crystals are mounted, we hermetically seal the laser head in a dry argon environment. A 
complete, operating uv laser head is shown in Figure 1-4. 

We are continuing to push the performance limits of the passively g-switched microchip lasers. The 
performance characteristics and reliability of the devices discussed here, particularly MPMCL-1 and 
HPMCL-1, already make them interesting for a variety of applications. In addition to harmonic conversion, 
the mid- and high-power microchip lasers can be used to pump parametric devices [l]-[3]. A combination 
of harmonic and parametric conversion should make it possible to obtain any output wavelength between 5 
^m and 200 nm in extremely compact, robust packages. The short pulses are useful for high-precision 
ranging and imaging. HPMCL-4 is sufficiently powerful to do earth-to-satellite ranging without an ampli- 
fier [7]. The high peak powers enable applications in marking, micromachining, laser-induced breakdown 
spectroscopy (LIBS), matrix-assisted laser desorption and ionization (MALDI), and microsurgery. The 
focused output of the high-power devices can break down air. The uv output is useful for fluorescence 
spectroscopy and stereolithography. Additional applications will continue to surface as this technology 
becomes more readily available. 

J. J. Zayhowski       C. Dill III 
C. Cook J. L. Daneu 

REFERENCES 

1. J. J. Zayhowski, IEEE Photon. Technol. Lett. 9,925 (1997). 

2. J. J. Zayhowski, Opt. Lett. 22,169 (1997). 

3. J. J. Zayhowski, Opt. Mater. 11,255 (1999). 

4. J. J. Zayhowski, Laser Focus World 32,73 (1996). 

5. J. J. Zayhowski, Opt. Lett. 21,588 (1996); 1618 (1996). 

6. J. J. Zayhowski and C. Dill in, Opt. Lett. 19,1427 (1994). 

7. J. J. Dagnan and J. F. McGarry, Proc. SPIE3218,63 (1997). 

13 



2. ELECTRO-OPTICAL MATERIALS AND DEVICES 

2.1    BROMINE ION-BEAM-ASSISTED ETCHING OF III-V SEMICONDUCTORS 

Over the last few years, the group III elements (boron, aluminum, gallium, indium, and thallium) 
have been combined with the group V elements (nitrogen, phosphorus, arsenic, antimony, and bismuth) to 
form a number of technologically important semiconductor and semimetal materials. Heterostructures 
formed from alloys of these III-Vs have been used very successfully to bandgap engineer the materials' 
properties of many electronic and photonic devices. 

The technologically important III-Vs include the binaries GaAs, GaP, GaSb, GaN, InP, InAs, InSb, 
InN, Al As, AIP, AlSb, and A1N along with the various ternaries and quaternaries formed from these bina- 
ries. Recently III-V compounds with bismuth and thallium have also appeared in the literature. However, 
in order to fabricate useful devices, suitable etching techniques must be developed. 

We have found that bromine ion-beam-assisted etching (Br2-IBAE) produces smooth vertical side- 
walls in GaAs, GaP, InP, AlSb, and GaSb as well as in the usual alloys formed from these materials. How- 
ever, care must be taken during etching to match the specific material system with an appropriate substrate 
etch temperature. For example, vertical walls were obtained using substrate temperatures in the range 
150-200°C with InP, 80-140°C with GaAs and GaP, and below 30°C with AlSb and GaSb, as seen in Fig- 
ure 2-l(a)-(d). GaN has also been etched with the technique, as shown in Figure 2-1(e). 

i 1 
5 (im 
(a) 

10 (im 

(b) 
10 urn 

(c) 
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(d) 

1 \im 

(e) 

Figure 2-1. Micrographs of various III-V binaries etched with Br2-IBAE: (a) GaAs at 100''C, (b) GaP at 100° C (pho- 
toresist mask still in place), (c) InP at 200°C, (d) GaSb at 20° C, and (e) GaN at 200°C. 
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Figure 2-2. Micrographs comparing results obtained from etching GaAs/InGaP heterostructure with (a) Cl2-IBAE at 
175''C and (b) Br2-IBAE at 115°C. 

Our etching experience and the vapor pressure data for bromine with group III and group V elements 
lead us to believe that all of the various technologically important III-V binaries, ternaries, and quaterna- 
ries can be etched. Etch rates of most of the materials can be varied from several nm/min to 0.16 ^m/min 
by changing the bromine flow rate, the Ar+ ion beam density and energy, and the substrate temperature. 

Br2-IBAE also appears to have an advantage over C12-IBAE in many situations in that substrate tem- 
perature ranges can be found for which vertical sidewalls are maintained while etching through layered 
structures composed of various alloys of the materials. For example, while C12-IBAE spontaneously etches 
a GaAs layer clad with InGaP at a temperature of 175°C, the optimal temperature for etching vertical walls 
in InGaP with Cl2, Br2-IBAE nearly alleviates this problem when etching the same heterostructure at 
115°C, the optimal temperature for etching vertical walls in InGaP with Br2, as shown in Figure 2-2. 

W.D.Goodhue 
D. E. Mull 
CG. Fonstad* 

Y. Royter 
S.S.Choi 

* Author not at Lincoln Laboratory. 
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12    PbTe/Te SUPERLATTICE STRUCTURES WITH ENHANCED THERMOELECTRIC 
FIGURES OF MERIT 

General superlattice structures particularly suitable for use as thermoelectric materials have been 
described in [1]. An investigation of Pbj^Eu^Te/PbTe quantum-well superlattices grown by molecular 
beam epitaxy (MBE) yielded an enhanced thermoelectric figure of merit in the quantum-well part (Z2rj7) 
of the material [2]-[4]. One problem with such structures is that the overall thermoelectric figure of merit 
ZT, which corresponds to both the barrier and well portions of the superlattice (SL), may be limited so that 
the ZT of these Pb-Eu-chalcogenide layered materials are, at best, only slightly improved over that of bulk 
thermoelectric materials. It is believed that the high Z2Dr of the Pb-Eu-chalcogenide quantum wells is 
caused by quantum confinement [2]-[4], and the low ZT is caused by the relatively high thermal conduc- 
tance of the PbEuTe barriers [2] and other effects [5]. At the beginning of this work, we assumed that the 
anomalously low thermal conductivity value of 2.4 mW/cm K at 300 K for EuSe in the Handbook of 
Chemistry and Physics [6] was correct. Subsequent unpublished measurements [7] using a high-quality 
bulk, high-electrical-resistivity single crystal of EuTe [8] yielded a value for the lattice thermal conductiv- 
ity for EuTe of 110 mW/cm K at 300 K. Since both EuSe and EuTe have the rock-salt crystal structure, the 
Handbook value for the thermal conductivity of PbSe is incorrect [6]. Recently, we reported new and novel 
Pb-chalcogenide-based MBE-grown SL structures [9] with enhanced measured ZT, i.e., PbTe/Te and simi- 
lar SL structures involving PbSeTe/PbTe/Te. The primary purpose of this report is to present the experi- 
mental results for the PbTe/Te SL structures. 

It is well known that both PbTe and Te are semiconductors with comparable energy gaps and carrier 
mobilities. PbTe is isotropic, but Te is highly anisotropic. PbTe and PbSe have the rock-salt or NaCl crystal 
lattice, whereas Te has the trigonal lattice structure. Pure Te layers are intrinsic semiconductors at room 
temperature [10]. The electrical conductivity is anisotropic, being twice as great along the c-axis as perpen- 
dicular to it. At 300 K, the conductivity along the c-axis is approximately 3 Q_1cm_1. We have found that a 
thin adsorbed layer of Te can be inserted periodically in the PbTe lattice without altering the crystal struc- 
ture, i.e., the NaCl crystal structure is retained as shown by in-situ reflection high-energy electron refrac- 
tion (RHEED) and ex-situ x-ray diffraction measurements. Please note that typical adsorbed layers can be 
as thin as a partial monolayer or as thick as several monolayers. Small excesses of Te (greater than the solid 
solubility of excess Te in PbTe) are electrically neutral in the PbTe matrix and are present in the form of 
precipitates in bulk PbTe [11]. 

The PbTe/Te SL structures were grown by MBE, which provides monolayer control and excellent 
reproducibility. The MBE growth is being carried out in a modified Varian 360-type growth chamber with 
an associated custom-built load-lock chamber. The substrate is mounted on a molybdenum substrate holder 
with the use of an InGa alloy solder which is approximately at the eutectic composition of the alloy. The 
effusion cells on the cell flange used for the growth of PbTe/Te SL structures contain PbTe, Bi0 9Sb0.i, and 
Te. The substrate manipulator contains the substrate holder, an internal fixed heater, and an ionization 
gauge to measure beam fluxes. The manipulator is on a horizontal axis and provides rotation along the axis 
of the manipulator. This rotation is used to shift the substrate from the "growth" to the "transfer" position. 
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The manipulator includes X,Y, and Z motions and allows the axis location to be adjusted with precision 
micrometers. The MBE substrate holder accommodates substrates with 18 x 18-mm-square shape. 

The deposition chamber is equipped with monitoring RHEED in addition to beam flux and back- 
ground-pressure nude Bayard-Alpert vacuum gauges. A 30-keV RHEED system (used at 12 keV) is cur- 
rently employed during film growth to optimize and monitor the deposition. The electron beam is directed 
to the sample surface with small incidence angles of about 0.3°. RHEED streaks are observed throughout 
the growth runs. Molecular- and atomic-beam fluxes arriving at the substrate location can be monitored via 
the beam-flux ion gauge. The main flux measurement tool is the nude Bayard-Alpert gauge, mounted on 
the manipulator, by which it may be rotated into the substrate position. In this position the beams from the 
individual sources can be monitored and calibrated. Precise run-to-run control of composition requires pre- 
cise knowledge of the PbTe and Te beam fluxes. The beam flux of the n-type dopant source Bio.9Sb0.1 (in 

subsequent work Bi was used and found to behave in the same way) is adjusted and monitored by measur- 
ing the Hall coefficient. The growth rate is in the range 0.7-1.4 jum/h. The Hall carrier concentrations of 
the PbTe and PbTe/Te growth runs are calculated from the Hall coefficient. For the growth of the PbTe/Te 
SL structures, the Te shutter is open during the entire growth run whereas the PbTe and Bi0 9Sb0A dopant 
shutters are alternately opened and closed. A schematic cross section of the PbTe/Te SL structure along 
with the Bi-doped PbTe buffer layer and the BaF2 substrate is shown in Figure 2-3. The films can be 

PbTe (Bi) 
Te- 

PbTe (Bi) 

PbTe (Bi) 
 Te- 

PbTe (Bi) 

PbTe (Bi) 

■Te  

Te- 

BaF2 Substrate 

Figure 2-3. Schematic cross section of the PbTe/Te superlattice structure investigated. 
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removed from the electrically insulating BaF2 substrate and used as thermoelectric chips for measurements 
or devices. The thicknesses of the Bi-doped PbTe sublayer were varied from run to run by changing the 
computer-programmed shutter times and/or by changing the effusion cell flux pressures between growth 
runs. At the growth temperature (325°C) and beam equivalent pressure (BEP) of the Te flux (approxi- 
mately 2 x 10~7 Torr), the Te sublayer is an adsorbed layer and does not vary with effusion-cell shutter 
times or effusion-cell flux pressures in a simple manner. The PbTe-to-Te BEP flux ratio is in the range 
8-12. At the end of the growth the surface of the film is shiny. The grown SL was cooled from the growth 
temperature to 250°C at 5cC/min and then annealed for 15 h at 250°C. The film/substrate structure was 
cooled from 250°C by turning the power off to the substrate. The in-situ RHEED patterns are streaked 
throughout the growth, indicating atom-layer-by-atom-layer growth. 

The results for two high-quality (where high quality is defined as high mobility at both 77 and 300 
K) epilayers of PbTe are given in Table 2-1. The measured period of the (Bi-doped PbTe/undoped Te) SL, 
the number of periods, and the Bi-doped PbTe buffer layer thicknesses of the films are given in Table 2-2. 
The thickness of the undoped Te layer has not been determined but is believed to be in the range 0.8-1.5 
nm. The results of the properties of the PbTe/Te SL structures are given in Table 2-3. Notice that both the 
power factor and figure of merit of the best samples are significantly greater than the maximum value 
obtained for bulk or homogeneous film PbTe samples, as presented in Table 2-1. 

The Seebeck coefficients of all samples listed in Table 2-2 are significantly greater than the values 
calculated from the empirical Seebeck coefficient 5 vs carrier concentration n relationship [2] obtained for 
bulk and homogeneous film PbTe at 300 K, i.e., 

S (^V/K) = -477 +175 log10(n/1017 cm"3) (2.1) 

It is believed that the primary cause of the Seebeck coefficient enhancement is the PbTe/Te structure 
shown in Figure 2-3. The Seebeck coefficient values of the PbTe/Te films are displayed in Figure 2-4 and 

TABLE 2-1 
300-K Thermoelectric Properties of Bi-Doped PbTe Films 

Sample No. 
Seebeck 

Coefficient 
(JIV/K) 

Power 
Factor 

(^W/cm K2) 
ZT* 

Carrier 
Concentration 

n 
(cm"3) 

Carrier 
Mobility 

(cm2/V s) 

T-184 

T-253 

-149 

-152 

32 

30 

0.37 

0.35 

7.3 x1018 

7.5 x1018 

1200 

1060 

*A literature value of the lattice thermal conductivity of 20 mW/cm K for PbTe at 300 K was assumed for 
all samples. 
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TABLE 2-2 
Experimental Parameters of Bi-Doped PbTe/Te Superlattice Films 

Sample No. 
PbTe Buffer 
Thickness 

(nm) 

Superlattice 
Period 
(nm) 

No. of 
Periods 

T-356 

T-442 

T-443 

T-444 

T-446 

T-447 

110 

110 

70 

40 

None 

None 

22 

22 

28 

28 

30 

15 

203 

189 

186 

189 

190 

314 
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Figure 2-4. Seebeck coefficient vs carrier concentration for n-type bulk PbTe, epitaxial PbTe, and PbTe/Te superlat- 
tice structures. 
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show a decrease with increasing carrier concentration similar to that of bulk PbTe. The power factor S a, 
where a is the electrical conductivity, is listed in Table 2-3. These power factor values are presented in Fig- 
ure 2-5 as a function of the carrier concentration at 300 K. The solid curve was calculated for bulk PbTe by 
fitting the bulk Seebeck coefficient and mobility data, and provides information near the optimum bulk car- 
rier concentration of about 6 x 1018 cm-3, where S2o= 37-38 fjW/cm K2 is expected. The power factor for 
the PbTe/Te SL films is significantly higher, for the same carrier concentration, despite their generally 
lower mobilities than bulk or homogeneous film PbTe. Notice that the maximum for the PbTe/Te power 
factor has shifted to higher carrier concentrations relative to bulk PbTe. 

The thermoelectric figure of merit ZT or S2cfT/K, where K is the thermal conductivity, is listed in 
Table 2-3. The ZT values are presented in Figure 2-4 as a function of the carrier concentration at 300 K. 
The solid curve for bulk PbTe was obtained from the power factor using thermal conductivity values calcu- 
lated from lattice thermal conductivity values in the literature along with the Wiedemann-Franz law. The 
solid curve in Figure 2-6 provides information near the optimum bulk carrier concentration of about 6 x 
1018 cm-3 where ZT= 0.45 is expected. ZT values for the PbTe/Te films are significantly higher (for the 
same carrier concentration) than either bulk or homogeneous film PbTe, and the optimum bulk carrier con- 
centration for the PbTe/Te structures has shifted to higher carrier concentrations. 

TABLE 2-3 
300-K Thermoelectric Properties of Bi-Doped PbTe/Te Superlattice Films 

Sample No. 
Seebeck 

Coefficient 
Power 
Factor ZT* 

Carrier 
Concentration 

n 

Carrier 
Mobility 

(cm2/V s) 
(/.V/K) ((uW/cm K2) (cm-3) 

T-356A -177 44 0.50 8.3 x1018 1060 

T-442A -80 27 0.21 4.0 x1019 650 

T-443A -118 38 0.36 2.2 x1019 790 

T-444B -163 44.5 0.49 1.3 x1019 785 

T-446A -193 43 0.52 8.2 x1018 880 

T-447A -203 38.5 0.48 5.8 x1018 1015 

*A literature value o f the lattice thern rial conductivity c )f 20 mW/cm K f Dr PbTe at 300 K wa s assumed for 
all samples. 
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Figure 2-5. Thermoelectric power factor vs carrier concentration for n-type bulk PbTe and epitaxial n-type PbTe/Te 
superlattice structures. 
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In at least special cases, the momentum relaxation time rm(e) [12],[13] takes the following form: 

<rm>r0e
r-m   , (2.2) 

where e is the electron energy and r is the scattering parameter. The scattering parameter r is 0 for acousti- 
cal mode scattering, 1 for optical mode scattering, and 2 for impurity scattering. The Seebeck coefficient S 
can be written as 

S = -k/e {[(r + 2)Fr + 2 (rj)/(r +l)Fr+l (v)hV  , (2-3) 

where k is the Boltzmann constant, e is the electronic charge, F(rj) is the Fermi-Dirac integral, and r] is the 
ratio of the Fermi-level energy to kT. To a first approximation the Fermi-level energy determines the See- 
beck coefficient as indicated in Equation (2.3). However, the second most important factor is the carrier 
scattering mechanism as manifested through the scattering parameter r in Equation (2.3). Therefore, one 
contribution to the measured enhanced in-plane Seebeck coefficient in the PbTe/Te SL structures is 
believed to be a more favorable scattering mechanism, which increases the value of the scattering parame- 
ter r. An increase in r results in an increase in S, as can be seen from the graphical display of 5 vs rj for r = 
0, 1, and 2 on page 199 of [12]. Please note that an r = 1/2 value in Equation (2.2) makes Equation (2.3) 
consistent with Equation (2.1). We speculate that the mechanism for explaining the enhanced ZTand 5 data 
for the PbTe/Te SL structures involves a resonance carrier-scattering (RCS) mechanism. This would 
explain why both shorter and longer period thicknesses do not appear to work as well. Since the distance 
between the Te adsorbed layers is much shorter than the mean free path of the conducting electrons, this 
indicates that quantum effects are involved. For the RCS mechanism the spacing and thickness of the Te 
layers may be important in optimally scattering charge carriers. 

T. C. Harman 
D. L. Spears 
M. P. Walsh 

23    MBE GROWTH OF HIGH-PERFORMANCE InAsSb/AlAsSb DOUBLE 
HETEROSTRUCTURES FOR MID-INFRARED OPSLS NEAR 4 [im 

Semiconductor lasers that can emit in the mid-infrared wavelength region between 2 and 5 ^m are 
useful for a variety of military and civilian applications. Lincoln Laboratory has been involved in a multi- 
year development effort to demonstrate high-power, quasi-cw semiconductor mid-infrared lasers for use in 
military infrared countermeasures systems. Compact, efficient, high-brightness semiconductor lasers, 
which can be integrated into existing directed energy countermeasure systems on military platforms, could 
be well suited to the task of jamming advanced infrared missile seekers. The technical approach has been 
to use our state-of-the-art, antimonide-based ffl-V MBE materials growth technology to grow high-perfor- 
mance mid-infrared quantum-well diode laser structures [14] wherever possible. In wavelength regions 
where high-power current-pumped diode lasers are not yet feasible, the alternative approach has been to 
grow semiconductor laser structures which are optically pumped [15]. In the optically pumped semicon- 
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ductor laser (OPSL) device configuration, shown in Figure 2-7, a conventional shorter-wavelength 
diode-laser pump array is used to optically pump a longer-wavelength semiconductor laser chip that is spe- 
cifically designed for optical pumping. The OPSL approach has the advantages of elimination of the need 
for electrical current flow in the device, control of optical mode properties, and simplified fabrication. The 
major disadvantage of the OPSL approach is increased system complexity due to the requirement of a 
diode-laser pump array and associated pump focusing optics. Such mid-infrared OPSL chips, designed to 
emit near 4 /mi, are cooled with a Sterling-cycle cooler to operating temperatures <100 K to minimize loss 
mechanisms and to maximize output power. 

The results described here were obtained for OPSLs employing double-heterostructure (DH) designs 
of lattice-matched InAsSb active regions and AlAsSb cladding regions. These structures were grown in an 
EPI GEN II solid-source MBE system on n-type GaSb substrates. Two uncracked Sb4 effusion cells were 
used in combination with an EPI valved As2 cracking source in order to optimize the V/III ratios used for 
the growth of each alloy. Growth temperatures of 470-520°C were used, with no intentional doping of the 
n-type InAsSb active region and light «-type doping in the AlAsSb cladding layers, in order to achieve an 
n-n-n heterostructure for minimum free-carrier losses. The typical thicknesses of the lower clad- 
ding/active/upper cladding were 2/1.5/2 (JLTO., respectively. A number of OPSL growths were performed on 
In-bonded GaSb substrates as well as whole nonbonded epi-ready 2-in. GaSb substrates. Excellent control- 
lability and reproducibility of both emission wavelength and device performance were achieved. 
Post-growth processing consisted of backside thinning, antireflection coating for the pump wavelength, 
cleaving, mounting, and facet coating for 4-jum emission. For high-power operation, OPSL chips were 
mounted epi-side down on diamond heatsinks. Optical pumping was performed using both 0.98- and 
1.9-/im pump arrays. 

Lens System 
321765-13 

Semiconductor 
Gain Medium 

Pump Diode 
Array 

Figure 2-7. Schematic of optically pumped semiconductor laser (OPSL) pumping configuration. 
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Figure 2-8 shows our best OPSL result obtained with 1.9-jum pumping. At 82 K we obtained 0.95-W 
pulse output (0.5 ms at 100 Hz) at 3.85 /mi, with 10-W pump input, yielding an optical-to-optical power 
conversion efficiency of 9.5%. This value significantly exceeds the ~6.5% conversion efficiency we had 
previously obtained at 72 K and is a new performance record for a mid-infrared OPSL. Output-beam qual- 
ity measurements were also performed on this device and a value of 51 mm-mrad achieved. Such excellent 
performance can only be obtained with high-quality DH material, and we estimate that this OPSL device 
exhibited optical loss of ~8 cm-1 and internal quantum efficiency of >55%. The characteristic temperature 
T0 of these devices is estimated to be ~20 K, although the ultimate high-temperature performance of these 
DH OPSLs may be more limited than what is projected for advanced quantum-well OPSL structures. 

The excellent output power, power conversion efficiency, and brightness results that we have 
obtained with 4-pm DH OPSLs operating at 80 K satisfy the near-term technical requirements of an effec- 
tive Sterling-cycle-cooled mid-infrared countermeasure system. With further advances in the MBE growth 
of mid-infrared quantum-well structures, we hope to further increase the maximum operating temperatures 
of high-performance OPSLs. 

G.W.Turner H.Q.Le 
M. J. Manfra C. Cook 
J. L. Daneau S. Buchter 

25 



2.4    ALIGNMENT OF MASS-TRANSPORTED MICROLENSES WITH TAPERED DIODE 
LASERS AND TAPERED-LASER ARRAYS 

Improved techniques for alignment and attachment of mass-transported microlenses [16] ,[17] 
directly onto the facets of diode lasers are described. These techniques provide accurate positioning which 
is sufficient to maintain near-diffraction-limited optics when used with astigmatic tapered lasers [18] and 
tapered-laser arrays. The output beam of a lens can be collimated or focused to a spot which, at least for 
single lasers, permits efficient coupling of the beam into a single-mode optical fiber. Anamorphic 
mass-transported microlenses have been previously designed, fabricated, and shown to correct the astigma- 
tism of tapered lasers with up to 30% of the total laser power coupled into nearly ideal beams [19] ,[20]. In 
these earlier experiments the lenses were actively aligned using high-quality optical positioners during the 
evaluation, rather than permanently affixed to the lasers. The use of mass-transported lenses mounted 
directly onto the surface of diode laser facets has been previously described [21] for single-element diode 
lasers having ridge-waveguide stripe-geometry cavities, and hence little or no astigmatism in the output 

beam. 

In order to maintain near diffraction-limited optics, the positioning of a single element or laser array 
during soldering to the heatsink and the subsequent alignment of the microlenses are extremely critical and 
must be controlled accurately. Figure 2-9 shows the six degrees of freedom, the linear and angular dis- 
placements x, y, and z and <p, 6, and \p, which must be controlled throughout the packaging, both for the 
microlenses relative to the lasers and the lasers relative to the laser heatsink. Two other alignment issues 
are also illustrated: a small overhang of the laser diode output facet with respect to the edge of the heat- 
sink, and flatness of the wafer in the plane of the laser junction. 

The overhang, the rotation about the y axis (0 or yaw), and the flatness must be controlled during the 
soldering of the diode to the heatsink. Since the devices are generally mounted junction-side down, an 
overhang is necessary in order to ensure that the edge of the heatsink does not interfere with the optical 
output beam from the laser. However, the overhang must be kept at a minimum for two reasons. If the over- 
hang is too large the heatsinking process will be jeopardized. Also, during the second phase of the packag- 
ing when the microlenses are aligned and attached, there is a fixed rotation of the microlens about the x 
axis (the fixed pitch ty, shown in Figure 2-9), which is determined by the overhang h and the length of the 
microlens. The fixed pitch is designed to be <0.5°, which causes a small but tolerable degree of beam steer- 
ing. The lens-alignment scheme requires that the microlens rest against the laser and its heatsink, making 
contact with the facet of the laser along the entire length of the emitting region. Therefore, for large output 
facets and especially for arrays, minimal yaw is important. This yaw is most easily measured by the unifor- 
mity of the overhang, i.e., from the difference observed in the overhang at the two sides of the output facet. 
Flatness is also most important when laser arrays are involved. Nonuniform pressure on the wafer during 
soldering can lead to deformation of the wafer similar to that indicated in Figure 2-9(c), which is often 
referred to as smile because of the characteristic shape of the deformation. If smile occurs, accurate align- 
ment of a linear array of microlenses will not be successful. 
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Figure 2-9. (a) Perspective view ofmicrolens array positioned in front of laser array chip on heatsink. The linear and 
angular degrees of freedom, as used in the text, are defined here, (b) Side view ofmicrolens array showing fixed pitch 
(j)f caused by overhang h. (c) Illustration of flat wafer (solid lines) as seen from the facet vs wafer lacking flatness (dot- 
ted lines). The deformation depicted is known as smile. 
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As shown in Figure 2-9, the z axis is the optical axis of the laser-lens system. The relative position of 
the microlens with respect to the laser in the z direction, and hence the focal point or points in the case of 
an anamorphic lens, is determined by the thickness of the lens, since the lens is in contact with the laser 
facet. Accurate control of the thickness can be achieved by polishing the microlens wafer to the desired 
thickness. Precise positioning of the lens in the x-y plane along with minimum rotation about the z axis (ip 
or roll) is required during the lens alignment stage of the packaging. The techniques described below repre- 
sent a simple and novel approach for achieving all the requirements for alignment accuracy discussed here. 

Figure 2-10 shows the technique used to position the laser wafer accurately with respect to the heat- 
sink to which it is to be soldered. Two pieces of GaAs are shown, the GaAs spacer and the GaAs cover. 
These pieces can be made from Si or some other convenient single-crystal material that can be accurately 
ground to achieve flat surfaces, accurately cleaved with high precision, and can be patterned and etched 
using photolithographic masking techniques. The latter is used to form the step in the spacer, which will 
determine the overhang of the laser relative to the edge of the heatsink. This step height or overhang was 
selected to be either 5 ± 1 or 10 ± 1 ^m for the experiments described here. The GaAs cover also has an 
etched step that is approximately 30 paa deep. 

The heatsink, laser wafer, spacer, and cover are assembled as shown in Figure 2-10. There is a pack- 
aging jig, not shown, that simply holds the spacer and the heatsink together throughout the alignment and 
soldering of the wafer. As stated above, the step in the spacer determines and controls the overhang of the 
laser facets with respect to the substrate. For reasons noted earlier, it is important that the output facets 

Probe 

GaAs 
Spacer 

Figure 2-10. Perspective view of mounting scheme used to align and hold laser wafer during soldering to heatsink. 
Specifications: overhang, 2-7 pun; yaw, <1 pun; smile, <0.5 pun. 
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extend slightly beyond the edge of the heatsink. An overhang up to 10 /an appears to be acceptable in this 
regard. The probe shown in the figure is used to push the cover so that it, in turn, pushes the wafer into con- 
tact with the spacer, assuring accurate control of the overhang and parallelism of the facet and the edge of 
the heatsink (uniform overhang). 

The cover piece also plays another important role when the wafer consists of an array of lasers. In 
the latter case, the cover distributes the pressure of the probe so that the wafer is not distorted during the 
soldering process, i.e., the wafer is not bowed into the solder at the center. Hence, the deviation from a 
straight line of the elements of the array can be avoided. This is the issue of the control of the smile previ- 
ously discussed. The deviation from a straight line was kept less than about 0.5 jum for arrays of up to 9 
elements extending over about 2-mm total facet length, using the GaAs cover during soldering with In sol- 
der at 160°C. Except for occasional instances in which there was noticeable motion (slipping) of the vari- 
ous elements depicted in Figure 2-10 during the soldering operation, the overhang was generally uniform 
within about 1 fim and slightly less than the step height for the spacer. Typically, about 2^-^im overhang 
was observed for the nominally 5-jum spacer and about 7-9 pm for the nominally 10-jum spacers. 

Figure 2-11 illustrates the technique for positioning the microlens array relative to the laser array 
after the latter has been soldered to the heatsink and wirebonds have been attached to achieve electrical 
contact. The heatsink is attached to a larger thermoelectrically cooled heatsink and positioned under an 
infrared/visible microscope. The laser facets are pointed directly upward towards the microscope. The laser 
array on its heatsink and the larger heatsink are all attached to a plate which can be positioned in the x and 
y directions, shown in Figure 2-11, with accuracy of 0.1 [im using a commercial feedback-controlled 
micropositioner. The plate can also be rotated in the x-y plane with an angular accuracy of <0.5°. The 
microlens array is held by a vacuum wand attached to another positioner that permits ordinary x, y, and z 
micrometer-controlled motion. As mentioned above, a microscope and camera which can see both visible 
and infrared images is used to monitor the microlens alignment. The microlens is initially aligned in the 
near field. The edge of the laser array which contains the active devices is positioned so that it is parallel 
and collinear to the center of the lenses on the lens array, i.e., the edge of the laser array bisects all of the 
lenses in the microlens array. Once the initial alignment has been completed, the lasers are biased above 
threshold. By adjusting the focus of the microscope, the near-field and far-field patterns of the laser output 
can be observed. Alignment adjustments are made using the micropositioning equipment to ensure symme- 
try of the near-field and far-field patterns. The microlens is incrementally lowered as the alignment is per- 
formed until it is resting on the facet of the laser array. Once the alignment has been completed, a probe is 
lowered onto the lens array to secure its position so that epoxy can be applied. The epoxy is delivered to the 
base of the lens array using a second probe. The epoxy is allowed to wick up the sides of the lens array and 
then cured with a uv light source. Once the lens array is secured, the vacuum wand is released and the ini- 
tial probe is lifted. 

The technique for the alignment of a tapered laser to a single-mode optical fiber makes use of a sin- 
gle anamorphic lens which was designed to focus the output of the tapered laser to a spot that is compara- 
ble to the waist of the fiber mode. Such lenses have been reported [20] and preliminary results using this 
technique have also been reported [22], but the technique itself has not been previously described. 
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Figure 2-11. Perspective view of apparatus used to align and hold microlenses with respect to mounted laser prior to 
and during attachment with epoxy. 
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Figure 2-12. (a) Components of fiber-holding apparatus shown in perspective. (b) Cross-sectional view of same com- 
ponents assembled with laser, microlens, and heatsink. 

Figure 2-12 shows a schematic of the holder for the single-mode fiber which is designed to allow 
separate alignment of the fiber in the x and y planes, the z direction, which as before is the optical axis of 
the laser, and the angular orientation about the z direction. The fiber was first put into a cylindrical glass 
fiber housing, obtained from AT&T, which has a capillary tube through its center for threading the fiber. 
The fiber was epoxied into the housing using the same uv curing epoxy discussed above. The fiber and the 
glass housing were then polished to obtain a flat end on the fiber which was at a small angle (about 12°) to 
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Figure 2-13. Photograph of assembled package with laser, microlens, and fiber all rigidly attached and aligned. 

the fiber axis to eliminate optical feedback from the fiber to the laser. For this reason, angular orientation 
about the z direction is necessary. (Because of this angle, there is some interaction between positioning in 
the x-y plane and positioning along the z axis but, to first order, it is of little practical consequence.) 

The Plexiglas disk, shown in Figure 2-12, is placed within the milled region of the disk housing, 
which is then attached to the laser heatsink to which the laser has been soldered. Plexiglas was used 
because it is easily machined and transmits the uv light. The disk housing is machined so that the Plexiglas 
disk can fit within the circularly milled area with good clearance (about 30 fim) between the disk and the 
heatsink. This allows lateral motion in the x-y plane of the disk with respect to the housing and heatsink. 
The glass fiber housing holding the fiber is aligned through the disk housing and the Plexiglas disk using 
an x, y, z micropositioner. Epoxy is applied to the shaft of the fiber housing and the back side of the disk. 
When the fiber alignment has been completed and the maximum optical power coupled into the fiber has 
been achieved, a uv light source is applied to cure the epoxy and freeze the assembly in place. 

Figure 2-13 is a photograph of such an assembly seen looking down at the top of a laser mounted on 
a heatsink to which the disk housing has been attached. The fiber has been aligned and attached with 
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epoxy. Note the small angle between the actual fiber axis and the laser axis. Up to about 60% of the total 
power from a tapered laser mounted in this way was successfully coupled into the single-mode fiber at 980 
nm [22]. 

L. J. Missaggia 
J. N. Walpole 
Z. L. Liau 
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3. SUBMICROMETER TECHNOLOGY 

3.1    AERIAL IMAGE EFFECTS ON LINE-EDGE ROUGHNESS IN TOP-SURFACE IMAGING 
RESIST 

Top-surface imaging (TSI) technologies [1] are candidates for future high-resolution patterning, 
either to extend optical lithography (such as 193 nm) to the smallest dimensions possible, or as a main 
resist alternative for post-optical lithographies such as extreme uv or low-energy electron imaging. How- 
ever, the high level of edge and surface roughness exhibited by both chemically amplified (CA) and 
non-CA TSI resists becomes problematic as critical dimensions (CD) shrink to 130 nm and below. Line- 
width variations caused by 5-10 nm of line-edge roughness (LER) will consume an increasing amount of 
the CD tolerance budget, may decrease the process latitude, and can degrade device performance, unifor- 
mity, and ultimately wafer yield. 

One important class of TSI resists are the silylated resists which are treated with a silicon-containing 
vapor prior to plasma development, as illustrated in the process flow shown in Figure 3-1. Silicon, which is 
incorporated into the unexposed resist regions, acts as an in-situ etch mask when patterning the underlying 
resist layer. In these resists poor mask edge definition related to stochastic processes during exposure, and 
varying silicon content after silylation, are the dominant factors contributing to the formation of line-edge 
and surface roughness. Figure 3-2 shows a plot of measured surface roughness in poly(4-hydroxystyrene) 
(PHOST) resist prior to plasma development as a function of exposure dose. At low exposure doses the 
silylation proceeds deep into the resist film, and at high exposure doses silylation is prevented by crosslink- 
ing of the resist. In both cases the resist remains relatively smooth. However, at the transition region 
between high and low doses the amount of silylation varies and large amounts of surface roughness are 
observed. 

This variation of surface roughness with exposure dose is interpreted as evidence of an inhomoge- 
neous response in the resist stemming from a statistically insufficient number of chemical events per pixel. 
The manifestation of such statistical underexposure could vary significantly as a result of resist chemistry 
(contrast, reaction order, acid diffusion, etc.), and too little data currently exists to develop a fully quantita- 
tive model. Nevertheless, if one could qualitatively look at an exposure aerial image, one would observe 
that the lateral dimension of resist exposed to this "statistically challenged" dose varies directly with the 
inverse of the image-log slope, as outlined schematically in Figure 3-3. The image-log slope is related to 
the nanoscale variations in the silicon content and the silylation depth at the feature edge. This in turn 
affects the feature size on a nanometer scale to result in LER. 

The effects of exposure dose and aerial image on LER have been investigated experimentally by pat- 
terning nominal 175-nm isolated line features using a 193-nm optical stepper [2] with 0.5 numerical aper- 
ture and partial coherence of 0.6. The wafers were silylated to a nominal depth of 300 nm in a vapor 
silylation system using dimethylsilyldimethylamine (DMSDMA) as the silylating agent [3]. Wafers were 
dry developed in a high-density, low-pressure transformer-coupled plasma etch tool [4]-[5] using a 
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Figure 3-1. Process flow for silylated top-surface imaging resist, such as poly(4-hydroxystyrene) (PHOST). 
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Figure 3-2. Surface roughness (total indicated range) of exposed and silylated PHOSTplotted as a function of expo- 
sure dose. These samples were exposed and silylated but not developed in the oxygen plasma. 
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Figure 3-3. Schematic linking aerial image contrast to line-edge roughness (LER). Aerial image regions with high in- 
tensity correspond to high-dose regions in Figure 3-2, whereas those with low intensity correspond to low-dose re- 
gions. The transition region demonstrates the most surface and LER. The width of the transition region is proportional 
to the inverse of the image-log slope. 
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TABLE 3-1 
Two-Step Dry Etch Process 

Parameter 02 Dry Development 

Etch Step 
Breakthrough 

Etch 
Main Etch 

Source power (W) 

Chuck power (W) 

Chemistry 

Flow (seem) 

Pressure (mTorr) 

Selectivity 
Sily/unsiiy 
Si02/resist 

Temperature (°C) 

Uniformity (blanket wafers) 

150 

25 

C2F6/02 

15/15 

5 

0.8:1 

-30 

275 

250 

o2 

60 

5 

30:1 
100:1 

-30 

6% 

two-step dry etch process, as described in Table 3-1. Top-down scanning electron micrographs (SEMs) at 
several locations, shown in Figure 3-4(a),(b), illustrate the increase in LER with defocus and the decrease 
in LER with exposure dose. Figure 3-4(c) plots the experimental contours of LER along with the contour 
describing a +/-10% feature size variation. The intersection of these contours describes the process win- 
dow and illustrates that the 10% CD control requirement constrains the allowable dose variation in this 
process, but a requirement of <3 nm of LER limits the allowable focus variation. 

Modeling of the inverse image-log slope through dose and focus shows behavior identical to experi- 
mental results for the same exposure conditions. Figure 3-5 shows the calculated values of the inverse 
image-log slope in the dose-focus plane. This suggests that, at least for PHOST, whatever mechanism leads 
to LER is exacerbated at low image contrast. Even this qualitative observation would be useful in deter- 
mining limiting performance for low k-factor lithography. For example, the measured LER exceeds 2 nm 
rms for image-log slope with values less than 10 or so for this PHOST process. This information can be 
very useful when projecting the performance and limits of future resist technologies. 

S. C. Palmateer       M. B. Stern 
R. R. Kunz T. Fedynyshyn 
T M. Lyszczarz 
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Figure 3-4. Process latitude: LER variation with exposure and focus, (a) Effects of dose variation at best focus, (b) 
Effects of focus variations at best dose, (c) Pictorial representation of process window. 

32    PECVD THIN FILMS FOR MEMS APPLICATIONS WITH TAILORED OPTICAL, 
THERMAL, AND MECHANICAL PROPERTIES 

Plasma enhanced chemical vapor deposition (PECVD) has been used very successfully in integrated 
circuit fabrication for dielectric films. For microelectromechanical systems (MEMS) applications it is an 
ideal deposition method because, unlike sputtering or evaporation deposition techniques, films can be 
deposited on surfaces that are not in the line of sight. Previously, we have shown how PECVD can be used 
for planarizing topographic substrates [6] and for synthesizing photoresists [7] ,[8]. Here, we demonstrate 
the ability to tailor many of the critical film properties for a particular MEMS application: microbolometer 
detectors for uncooled infrared focal plane arrays [9]. 

Currently, several companies are selling uncooled infrared cameras that operate at video frame rates 
[10]. These cameras consist of a 320 x 240 array of pixels (microbolometers), each detecting infrared radi- 
ation via a radiation-sensitive material supported on a freestanding membrane. The membrane supports the 
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Figure 3-5. Calculated inverse image-log slope at all values of dose and focus for exposure conditions: A = 193 nm, 
NA = 0.5, a = 0.6, and nominal 175-nm linewidth (isolated). Contours represent lines of equal inverse image-log slope 
innm. 

high-TCR (temperature coefficient of resistance) material, provides thermal isolation from the substrate 

(control electronics), and must efficiently absorb the incoming radiation. In order to reduce the pixel size, 
and hence the cost and size of the camera, the dimensions of the microbridge membrane must shrink, while 
maintaining the necessary mechanical, spectral, and thermal properties, and the low cost of the membrane 

material. 

The films were deposited from the vapor of liquid organosilicon precursors, shown in Figure 3-6, 
and oxygen-containing gases in a conventional 13.56-MHz rf-powered parallel-plate reactor. The rf power 
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Figure 3-6. Plasma-enhanced chemical vapor deposition (PECVD) precursor materials. 
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Figure 3-7. Normalized FTIR absorbance spectra for PECVD films from various silicon-containing precursors. The 
letters correspond to those in Figure 3-6, which describes the chemical structure for each different precursor. 

was applied to the lower electrode, and it was varied from 50 to 400 W. Gases were introduced through a 
water-cooled shower head in the top electrode at flow rates from 1 to 200 seem. Films were deposited at 
relatively high pressures (50-1000 mTorr) onto 4-in. wafers which were robotically loaded onto the bot- 
tom, temperature-controlled (powered) electrode. 

Figure 3-7 shows the Fourier transform infrared (FTIR) absorption spectrum for a variety of com- 
pounds with strong vibrational spectra in this wavelength range. Figure 3-6 shows the chemical structure 
for each compound. In Figure 3-7 one can see that the precursor gases have a strong effect on the film 
absorption characteristics in the infrared. After screening several precursors with respect to ease of deposi- 
tion, film uniformity, and resistance to buffered HF (BHF) solution, we focused our studies on films depos- 
ited from tetramethyldisiloxane (TMDS) and tetramethyldisilazane (TMDZ), having structures (b) and (c) 
in Figure 3-6, respectively. Figure 3-8 shows FTIR spectra for three different films. In this case we have 
supplemented the silicon-containing precursors with oxygen, in an attempt to enhance the absorption coef- 
ficient at ~1100 cm-1, which is the signature of Si-0 bonds. Indeed, the optical absorbance of TMDZ at 
~ 10 fj,m increases dramatically with the addition of oxygen, partly at the expense of absorption at 900 cm" 
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Figure 3-8. Fourier transform infrared (FTIR) absorbance spectra for films made from TMDZ, TMDZ + 02, and 
TMDS + 02. The addition of 02dramatically increases the absorption at>=9.5 (im. 

(Si-N bonds). Thus, the absorption of the films can be tailored by choosing the appropriate precursors, as 
required by the specific application. There may be a trade-off, however, between strong absorption over a 
narrow spectral range and reduced absorption over a broader width. 

In general, the deposition rate is most strongly affected by the deposition pressure. Also, films 
deposited without the addition of oxygen are more polymeric in composition, and thus have no appreciable 
etch rate in BHF, while those deposited with oxygen etch more rapidly. Lastly, the hardness of the films, 
determined qualitatively by a scratch test, increases with rf power and decreases with increasing pressure. 
These trends are consistent with the plasma deposition dynamics, because in both cases the dc self-bias 
increases, thereby increasing the film density and hardness. 

Films of varying thickness deposited under conditions that yielded oxide-like or polymer-like films 
were then evaluated for thermal conductivity. Figure 3-9 plots the thermal resistance as a function of thick- 
ness for four different films. In addition to the oxide-like and polymer-like TMDS-based PECVD films, 
silicon nitride and spin-coated polymethylmethacrylate (PMMA) are shown for comparative purposes. 

43 



6x10" 
O PMMA 
D TMDS-Polymer 
m TMDS-Oxide 
A Si3N4 

CM 

0) u 
c 
CO 

.2 "3 
0) 

DC 
T5 
E 
0) 

0.0 1.0 

Depth (|xm) 

Figure 3-9. Measured thermal resistance as function of depth for four different films: sputtered silicon nitride, PMMA, 
polymer-like TMDS, and oxide-like TMDS. Lines show linear fits resulting in the values of thermal conductivity shown. 

Because of its high tensile strength, silicon nitride has been the material of choice used in the formation of 
membranes for uncooled infrared detectors. The slope in Figure 3-9 for the silicon nitride yields a value for 
thermal conductivity k of 1.20 W/m K. This is close to the value reported using the 3co technique [11], but 
much lower than the value of 5 W/m K listed for bulk silicon nitride [12]. The small negative intercept in 
Figure 3-10 is not yet fully explained, but is apparently an artifact of the thin-film deposition process. For 
calibration purposes, all the values of thermal conductivity in Figure 3-9 are referenced to a value of ther- 
mal conductivity for thermal oxide of 1.0 W/m K. PMMA was measured to have a thermal conductivity of 
0.13 W/m K, almost an order of magnitude lower than that of silicon nitride. Note that the polymer-like 
TMDS films have a thermal conductivity of 0.21 W/m K, which is ~6 times less than that of silicon nitride, 
but still twice as large as that of a hydrocarbon polymer such as PMMA. For comparison, we note that the 
bulk thermal conductivity of a silicon-containing polymer, poly(dimethylsiloxane), is quite similar, 0.22 
W/m K [13]. Also note that the PECVD oxide-like TMDS films are a factor of 2 higher in thermal conduc- 
tivity than the polymer-like films (0.49 vs 0.21 W/m K). 

In general, mechanical properties such as Young's modulus and Poisson's ratio are difficult to mea- 
sure in thin films. We measured the intrinsic stress of films deposited from TMDS by measuring the bow of 
a 4-in. silicon wafer before and after deposition. Depending on deposition conditions, films 0.5 jum thick 
were deposited with less than 1 x 1010 dynes/cm2 compressive stress. However, most of our mechanical 
evaluation was done by depositing films under different deposition conditions and of differing thicknesses 
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Figure 3-10. Scanning electron micrograph of four-legged freestanding membrane fabricated using TMDS films 0.9 
\xm in thickness. 

and then fabricating freestanding membranes by the process described previously. Figure 3-10 shows a 
typical fabricated test structure. The membrane thickness is 0.9 /mi and the width of the legs measures 
approximately 2.2 /mi. The membranes shown in Figure 3-10 would have adequate mechanical strength 
for 60 x 60-/mi (nominally 2 mil) pixels. 

Although we have demonstrated a membrane whose thickness is uniform, an ideal microbolometer 
bridge material might be one in which the cross-sectional profile of the film is purposefully tailored during 
the deposition. This can be achieved by exploiting the custom in-situ chemical synthesis enabled by the 
PECVD process [14] and results in the ability to decouple the various thermal and mechanical properties 
by providing distinct PECVD film regions, each optimized for a given property. 

M. W. Horn 
R.B.Goodman 
M. Rothschild 
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4. HIGH SPEED ELECTRONICS 

4.1    MICROWAVE MEASUREMENTS OF SiC VERTICAL FIELD-EFFECT TRANSISTORS 

SiC-based vertical field-effect transistors (VFETs) have been designed, fabricated, and tested. The 
unique feature of the device is its submicrometer-periodicity U-groove grating structure which enables sev- 
eral potential performance advantages with respect to both planar FETs and vertical static induction tran- 
sistors (SITs) for high-frequency high-power applications. Small-signal if measurements have been 
obtained on VFETs fabricated on both 6H- and 4H-SiC substrates. 

The preferred device configuration for high-voltage high-frequency power VFETs (and SITs as well) 
is the source-up version, that is, with the top ohmic contact serving as the source and the substrate ohmic 
contact as the drain. This is primarily due to the ease with which low-doped drift regions (for high voltage 
capability) can be formed below the level of the etched grooves (the gate region). In addition, the fre- 
quency capability of the source-up VFET is superior to its drain-up counterpart (provided the top ohmic 
contact is not severely compromised by either process or material limitations) owing to gate capacitance 
considerations. 

Two-port small-signal S-parameter measurements were made on a number of source-up 6H-SiC 
VFETs from 0.1 to 18 GHz using a Hewlett-Packard 8510 network analyzer and cascade probes. Cascade 
probe calibration was performed off-chip; thus, all measured results include device parasitics. For the cur- 
rent device layout the top bridging contact forms a grounded contact for all presently configured on-wafer 
cascade probes. For source-up devices the bridging contact feeds the source pad, facilitating straightfor- 
ward common-source rf measurements. Maximum stable gain, maximum available gain, and short-circuit 
current gain (h2{) can be calculated from the measured S-parameter data, and both the unity current gain 
frequency Ft and maximum frequency Fmax can be determined from appropriate extrapolations to the unity 
gain frequency. Figure 4-1 displays h2\ vs frequency for the best source-up 6H-SiC VFET. The Ft is 3 
GHz; Fmax (not shown) was less than 1 GHz for this device. 

The relatively low Ft and rf gain for this first device can be easily explained. To facilitate cur- 
rent-voltage testing at various stages of fabrication, large gate shorting bars were incorporated into the ini- 
tial design. These bars add considerable parasitic capacitance to the gate contact. Simulations suggest they 
reduce Ft by a factor of 2 compared to our standard test devices. Even more important is the very high 
source-series resistance apparent in these devices. The high source resistance comes from primarily two 
sources: high specific contact resistance due to lower than desired top ohmic region doping plus a nonop- 
timized ohmic contact process, and the very low mobility associated with the C-axis channel of 6H-SiC. It 
should be pointed out that our simulations suggest that transconductances 6-7 times higher than the mea- 
sured devices should be achievable for 6H-SiC source-up devices with optimized source contacts, in spite 
of this low channel mobility. 

Similar S-parameter measurements were made on a number of drain-up 4H-SiC VFETs. 4H-SiC is 
well known to have superior mobility compared to 6H-SiC (anywhere from 3-6 times higher) in the C-axis 
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Figure 4-1. The h21 vs frequency data calculated from two-port S-parameter measurements on source-up 6H-SiC ver- 
tical field-effect transistor (VFET). The unity current gain frequency Ft (h21 at 0 dB) is 3 GHz. 
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Figure 4-2. The h21 and maximum available gain vs frequency calculated from S-parameter measurements on drain-up 
4H-SiC VFET. FtandFmaxare 12 and 14 GHz, respectively. 
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direction and thus is preferred for vertical devices in SiC. (6H-SiC was initially cheaper and more widely 
available than 4H-SiC.) It was determined early on that the 4H-SiC wafers obtained from Cree Research 
would not yield adequate and reliable top ohmic contacts necessary to produce good source-up devices, 
because of inadequate n+ doping. It was therefore decided to fabricate drain-up VFETs using a for- 
ward-biased Schottky as the drain. Drain-up VFETs are more easily fabricated than source-up devices 
because the Schottky drain contact can be formed simultaneously to the Schottky gate contact at the groove 
bottoms. While less useful in real applications, drain-up devices can nevertheless serve as an indicator of 
potential rf performance until the development of the top ohmic contact necessary for source-up devices is 
optimized. 

For drain-up devices the bridging contact is part of the drain; thus, common drain measurements are 
preferred. It should be noted that h2\ for both common-source and common-drain modes is functionally 
equivalent and therefore yields the same Ft. The maximum stable gain and maximum available gain have 
somewhat different S-parameter expressions but nevertheless yield nearly the same Fmax provided device 
parasitics are not excessive. Figure 4-2 shows h2\, maximum stable gain, and maximum available gain for 
our first drain-up 4H-SiC VFET vs frequency. Ft was measured to be 12 GHz with Fmax near 14 GHz. This 
is particularly encouraging for the following reasons: (1) the devices have some unmodulated current and 
do not pinch off well, and thus the maximum gain is lower than it should be; (2) another device wafer of 
equivalent material, which subsequently broke before completion and testing, exhibited nearly twice the 
maximum gain of the measured wafer with good pinch-off behavior; and (3) this material is highly defec- 
tive and considered to be less than optimal. Device F/s in excess of 20 GHz seem realizable even for 
drain-up devices, with the added expectation that equivalent source-up devices should yield Ft's signifi- 
cantly higher. 

D.D. Rathman 
G. D. Johnson 
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5. MICROELECTRONICS 

5.1    RESISTIVE-GATE CCD TECHNOLOGY 

The standard fabrication technology for charge-coupled devices (CCDs) since the early 1970s has 
been the overlapping gate process based on polysilicon. Although this approach has worked well for 
devices with areas up to several square centimeters, there are applications in broad-area space surveillance 
and astronomy where devices having areas of tens of square centimeters are desired. Such devices demand 
the most stringent process conditions in order to avoid shorts between adjacent gates. We describe here a 
CCD structure called the resistive-gate CCD (RGCCD) that offers relief from the difficulties of the over- 
lapping-gate approach and may lead to significant yield improvements for wafer-scale devices. 

The conventional overlapping-gate CCD, depicted in Figure 5-l(a), is characterized by closely 
spaced gates fabricated in two or more layers of polysilicon. The gates overlap each other but are kept elec- 
trically isolated by a thin (typically 200-^100 nm) layer of thermally grown Si02. For high yield the defect 
density of the Si02 must be kept low to prevent electrical shorts between gates. The RGCCD also dates 
back to the early years of CCDs [1] and is depicted in Figure 5-l(b). Here, the gates are all fabricated in a 
single layer of polysilicon in which highly doped regions are separated by undoped or lightly doped 
regions. An alternative to polysilicon has been reported in which a GaAs CCD was made using metal gates 
separated by cermet (Cr/SiO) resistive films [2]. The resistive areas ensure a uniform electric field distribu- 
tion along the surface between the conductive polysilicon. The resistive-gate approach avoids gate overlaps 
which is one of the principal factors limiting yield. In addition, the interelectrode capacitance of this struc- 
ture is much less than for the overlapping-gate approach, and this translates into lower power dissipation. 

Another advantage of the resistive-gate device lies in the fact that it can be used to make relatively 
large pixels and thus move charge over long distances with few clock cycles. In some imaging applications 
the spatial resolution of the image is much coarser than the pixel dimensions of typical CCDs, and the 
CCD would therefore oversample the image. Increasing the pixel size to match the imaging requirements 
is not a practical alternative for pixel sizes more than about 30 [im because of the very weak horizontal 
drift fields under such long gates and the resulting long charge-transfer times. In the overlapping-gate CCD 
the drift fields are concentrated at the edges of the gates and are relatively weak toward the centers, and in 
this sense this structure is inefficient in its use of the clock voltages for propelling charge. In the RGCCD, 
however, the voltage is used to maintain uniform drift fields over a potentially large fraction of the pixel, 
and this translates into efficient charge transfer over large distances between gates. As an example, a typi- 
cal minimum drift field in the CCD for the AXAF program [3] is about 1000 V/cm in a three-phase, 24-/mi 
pixel. Such a field could be produced in an RGCCD with a 10-V bias across two gates separated by 100 
/xm, suggesting that a 300-jum, three-phase pixel is feasible. 

We have fabricated a test imager and associated test structures on the mask set to explore RGCCD 
technology. The sheet resistance of the resistive gate is a critical parameter for the success of this approach 
for large-area devices. The lower limit on the sheet resistance is determined by the power dissipation in the 
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Figure 5-1. Comparison of (a) conventional overlapping-gate charge-coupled device (CCD) structure and (b) resis- 
tive-gate CCD. 

resistive sheet, while the upper limit is set by the RC-time constant (resistance of the film and its capaci- 
tance to the substrate) and thus the maximum clocking speed. The range of acceptable sheet resistances 
turns out to be roughly 108-1010 Q/square for various imager designs that we have examined. 

Our preferred choice for the gate material is polysilicon doped by ion implantation. Prior work in 
fabricating highly resistive polysilicon films suggests that the resistivity can be more easily controlled with 
p-type than «-type polysilicon [4]. We have therefore chosen to dope the resistive portions of the gate with 
BF2 at an energy of 35 keV. Figure 5-2 shows data on the sheet resistance vs temperature for a 50-nm pol- 
ysilicon film implanted at a dose of 2 x 1012 cm-2. The resistance has a temperature dependence which has 
been fitted to a curve of the form 

ps*T-2/3exp(Ea/kt)   , (5.1) 
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where ps is the sheet resistance, Tthe absolute temperature, and Ea the activation energy. The value of Ea = 
0.335 eV is in agreement with previously reported results for this doping level [4]. The resistance of this 
film turns out to be too high to allow operation of the CCD serial register except near room temperature 
and above. However, we found at these temperatures that the serial register could not be clocked fast 
enough to prevent saturation of the device with dark current. Higher implant doses will be tried on the 
remaining wafers in the lot in order to adjust ps downward. 

The strong temperature dependence of ps for lightly doped polysilicon is somewhat undesirable 
because it limits the operating temperature range of a device for optimum speed and power dissipation. We 
are exploring thin films of cermet (Cr/SiO) as an alternative resistive layer and expect this material to have 
a much lower temperature coefficient of resistivity. Films of 500-nm thickness and Cr/SiO percent compo- 
sitions of 10/90 and 20/80 were evaporated on glass slides. Since the CCD process uses a deposited oxide 
over the resistive gate we annealed these films in air at the oxide deposition temperature and tracked the 
changes in resistivity. The results in Figure 5-3 show that ps is relatively stable for anneal times well in 
excess of the oxide deposition time. In addition, the 10/90 composition is comfortably above the desired 
minimum sheet resistance, assuming a film thickness of 50 nm would have lOx higher ps. One issue that 
needs to be resolved, however, is trace amounts of impurities such as Au and Fe in the cermet charge that 
are deleterious to silicon devices. 

B. E. Burke J. A. Gregory 
D.J. Young V.S.Dolat 
C. C. Cook D. M. O'Mara 
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6. ANALOG DEVICE TECHNOLOGY 

6.1     TRANSMIT FILTERS FOR WIRELESS BASESTATIONS 

A 3-pole filter for basestation transmit applications has been developed based on the vertical cou- 
pling of three stripline disk resonators, fabricated using high temperature superconductive (HTS) thin 
films. These resonators operate in the TMQJQ mode, where all the rf currents flow radially. This avoids the 
current crowding associated with the more conventional microstrip resonators, which severely limits the 
power handling of filters [1]. The use of a vertical architecture allows the use of films on 2-in. wafers for 
operation at frequencies near 2 GHz, allocated for the use in basestations for personal communication sys- 
tems (PCS). 

The 3-pole filter consists of three coupled circular stripline resonator structures. Each resonator is 
fabricated using two, 20-mil-thick, 2-in.-diam LaA103 wafers having YBCO films deposited on both sides 
of the substrate by reactive coevaporation [2]. Two circular discs, approximately 39 mm in diameter, are 
patterned on the facing side of the wafers, the other two sides functioning as ground planes. The YBCO is 
patterned using positive photoresist and ion beam etching. Each ground plane is patterned with a small disc 
in the center, separated by a YBCO free annulus from the rest of the ground plane. Gold contacts are 
formed by evaporation and lift-off on this center disc, and on two annular areas, one around the gap and 
another on the outer edge of the ground plane. After the photolithography the substrate is annealed in oxy- 
gen at 500°C. Films of Au/Ti are sputter deposited on both sides of the wafer and around the edge, using a 
metal mask. They provide contact between the ground planes of the two wafers. The two wafers are 
bonded together using polymethylmethacrylate (PMMA). A film approximately 2 pm thick of PMMA is 
spun on each wafer. The gold contact around the edges is wiped clean. The substrates are heated to 160°C 
for 20 min in an oven to remove any solvents. The wafers are then bonded by squeezing them together 
using a vacuum jig and heating them up to 140°C. The bond that is formed withstands further processing 
and has minimal effect on the Q of the resonator in the operating range 50-70 K. The alignment between 
the structures on the two wafers is done mechanically by referencing all the patterns to the edge of the 
wafers. The resonance frequency of a number of similarly fabricated devices had a maximum variation of 1 
MHz for a resonance frequency near 1.95 GHz. The coupling to the resonators is done capacitively by two 
1-mm-diam discs soldered to the center conductor of two 0.141-in. coaxial cables placed on each side of 
the resonators' package. The coupling can be adjusted easily by varying the spacing between the copper 
discs and the center discs patterned on the two ground planes. 

Table 6-1 summarizes the results of our measurements. The Q between 50 and 70 K is almost 
entirely defined by losses in the substrates [3]. The measured power handling is hundreds of times that of 
3-mm-wide microstrip resonators made with similar films [1]. 

The center frequency of each resonator can be adjusted up to 4 MHz, by opening a series of 1-mm 
circular or square holes in one of the ground planes in the region corresponding to the edge of the disc res- 
onator. These holes had minimum effect on the resonator Q but reduced the maximum circulating power by 
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TABLE 6-1 
Unloaded Q and Power Handling for a Stripline Disk Resonator 

Temperature 
(K) 

Unloaded Q 
Power 

Handling 
(MW) 

13 1.46 x106 2.5 

20 1.41 x106 2.6 

40 4.6 x105 2.9 

50 1.25x105 1.85 

60 7.6 x104 1.48 

70 9.65 x104 0.72 

up to a factor of 5, for the maximum frequency shift. (For this test we removed four equidistant arcs, 1 mm 
wide and 1 cm long, in one ground plane.) However, for the maximum tuning required by the 1-MHz 
observed resonance frequency variation, the maximum circulating power is decreased by a factor of only 
1.9. 

Figure 6-1 shows an exploded view of the 3-pole filter. It consists of three stripline resonators sepa- 
rated by gold-plated Ti spacers. Each spacer has a 1-cm hole in its center and also holes corresponding to 
the tuning structures on the ground plane of one of the adjacent wafers, the other wafer having been left 
intact. In the center hole a donut-shaped piece of LaA103 is used to position a springy, gold-plated, cop- 
per-beryllium bellows between the central circle in the two adjacent ground planes, providing the neces- 
sary coupling between adjacent resonators. The input/output structures consist of a copper cup, soldered to 
the outer conductor of the input/output coaxial cable and a bellows soldered to the center conductor. The 
three wafers and two separators are squeezed together by a bed of springs while the two coaxial cables and 
copper cups are forced against the wafers by two springs. The copper cups make contact with the gold 
annuli patterned on the ground planes of the resonators. The whole structure can be disassembled in a few 
minutes, and successive measurements of the reassembled filter's frequency response are indistinguish- 
able. 

The procedure used for synthesizing the filter is the following: The equivalent circuit elements are 
determined by a conventional synthesis technique [4] and verified using circuit analysis software. The size 
of each resonator and the coupling structure are then determined using a commercially available 
two-dimensional finite element differential equation solver. The whole structure is then further analyzed 
using three-dimensional microwave analysis software. 
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Figure 6-1. Exploded view of3-pole filter. 

The filter was originally synthesized as a Chebyshev filter with a ripple of 0.1 dB and a bandwidth of 
0.75%. The measured response of the original filter had a 1.5-dB valley in the passband. Using measure- 
ments that isolate the different coupling structures, we determined that the input and output coupling struc- 
tures had been synthesized correctly. However, the interresonator coupling had not. The original simulation 
did not account for air gaps between the bellows, LaA103 donut, and ground planes. We also realized that 
by adjusting the resonance frequency of the middle resonator we would produce a filter with a slightly 
wider bandwidth and a uniform ripple of 0.5 dB. This adjustment was beyond what could be achieved by 
opening holes in the ground plane as discussed previously. A new center resonator was fabricated. The 
measured and calculated frequency response and return loss of this corrected filter are shown in Figure 6-2 
at 50 K and for an input signal of 1 mW. Also shown in Figure 6-2 is the frequency response at 72 W, the 
maximum power presently available to us at the input of the filter. The measured frequency response was 
very close to what we predicted and no tuning was required. For these measurements we used a He-filled 
can with the filters mounted on a cold finger thermally anchored to the cold head of the cryocooler. The 
measurements for Figure 6-2 were made using a single sweep mode. The insertion loss of the filter at 1 
mW or 72 W is less than 0.1 dB, the accuracy of our measurement. If we use a cw tone, the thermometer 
mounted on the filter registers an increase of temperature of 0.2 K, commensurate with a dissipation of 
about 1 W in the filter. However, this is the same for signals in band or out of band and can be attributed to 
power dissipated in the cables connected to the filter. Figure 6-3 shows the frequency response of the filter 
plotted over a wider frequency range. Besides the desired passband, a secondary structure is evident at fre- 
quencies around 2.17 GHz. This corresponds to the coupling of the "pillbox" modes of the resonators at 
these frequencies and will be discussed further later. 
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Figure 6-2. Frequency response of 3-pole filter for frequencies near passband. 

We have attempted to measure the intermodulation products for two in-band tones. Our present test- 
ing system requires the two input tones to be matched within 0.5 dB, and that limits our setup to 20-W 
input to each channel. Up to this limit the intermodulation products are indistinguishable from the ones 
produced by the system without the filter. Our measurements indicate that the third-order intermodulation 
product is at least 104 dB below each input tone for an input level of 43 dBm for each of the two tones. 

The choice of coaxial filter structure was strongly influenced by the operation frequency and avail- 
able film size. Our goal of building a 9-pole transmit filter for PCS applications, using a planar layout, 
would require LaA103 wafers with diameters larger than 5 in. This vertical structure, however, offers a 
number of advantages over the more conventional planar one. First, it is very compact, with a 9-pole filter 
occupying a volume less than 35 cm3, including the packaging. Second, since resonators and resonator 
pairs can be tested, it is easy to verify and adjust the accuracy of the design without having to build the fil- 
ter. Because of the cylindrical symmetry, only the TM^Q modes of the resonators are excited. We looked 
for and did not find any of the TM^JQ modes with m/0. The extra peaks in the frequency response of the 
filter in Figure 6-3 are caused by the coupling of the cylindrically symmetric pillbox modes for the three 
resonators. This is clearly seen in the finite element analysis, which is particularly effective in identifying 
the eigenmodes for the symmetric structure. The mode of these extraneous resonators presently limits the 
out-of-band rejection of the filter to 50 dBc near the band edge and 28 dBc near 2.2 GHz. It can be moved 
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Figure 6-3. Wideband frequency response of same filter as for Figure 6-2. The extraneous peaks near 22 GHz are 
caused by coupling of the pillbox mode of the three resonators. 

to higher frequencies by reducing the size of the wafers. Alternatively, the Q of the undesirable resonance 
can be substantially reduced by substituting part of the YBCO ground plane, outside the area of the circular 
resonator, by a lossier, normal metal conductor. This has been accomplished for individual resonators with 
no impact on the Q of the main resonance, but we have not yet implemented filters incorporating these 
changes. Simulation based on the resonator results shows that the spurious response can be reduced below 
90 dBc. The measured out-of-band suppression at frequencies lower than the passband is better than 90 
dBc. 

The calculated losses [5] due to the power dissipated in the resonators for a measured Q of 100,000 
at 50 K is 0.02 dB. To these losses we must add the dissipation in the bellows contact assembly. For 70-W 
input, the input and output rf currents are 1.2 A, while the current in the interresonator bellows near the 
band edge is 2.8 A. An estimation of the total resistance for gold-plated bellows is 0.002 Q, resulting in a 
total dissipated power of less than 40 mW. This is compatible with the measured insertion loss of less than 
0.1 dB. This calculation ignores the contact resistance between the bellows and the gold contact on the 
films. Our measurements place a maximum value of 0.1 Q for this contact resistance. 

The measured circulating power for the resonators can be extrapolated to the power handling of the 
filters [5]. The maximum circulating power occurs for frequencies near the band edge. If we use the mea- 
sured circulating power for the resonators at 50 K, we find that the filter should handle more than 5 kW. 
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Our measurements of intermodulation products and of the power handling are consistent with these esti- 
mations. Similar calculations show that a 9-pole 0.75% bandwidth filter could handle power above 1 kW. It 
is likely that other factors will limit the filter performance at these high powers. 

A.C.Anderson H.Wu* 
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T. Kaplan* 
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7. ADVANCED SILICON TECHNOLOGY 

7.1    IMPLEMENTATION STUDY FOR THE ANOMALY CODING COMPRESSION 
ALGORITHM 

A study has been undertaken at MIT Lincoln Laboratory of possible implementations in hardware of 
a novel algorithm, the anomaly coding (AC) algorithm [1], for compressing data from infrared atmospheric 
sensors aboard a NASA earth observation satellite. Four such implementations are examined here. The first 
three are based on commercial chips and therefore have the advantage of low cost and a shorter design 
cycle. The fourth includes an application-specific integrated circuit (ASIC) that could be built in Lincoln 
Laboratory's fully depleted 0.25-/um silicon-on-insulator (SOI) CMOS process. It has the following poten- 
tial advantages: (1) Our estimates indicate that the ASIC's total power consumption would be lower than 
for commercial chips by as much as 2 orders of magnitude. As we will describe, the ASIC-based imple- 
mentation would also include a commercial microprocessor, but that microprocessor could be of much 
lower power than the commercial chips in the other three implementations. (2) There may be greater resis- 
tance to radiation in the ASIC case because of the inherent radiation resistance of the SOI process. The 
commercial chips are not manufactured in radiation-hard versions at present. 

The primary goal of the satellite-borne measurement system is to map the temperature of the atmo- 
sphere as a function of altitude and global position. This is to be accomplished by recording the intensity of 
infrared radiation received from the atmosphere at 2400 spectral bands between 3.8 and 15.4 /mi. A com- 
pressed version of this data will be transmitted to the ground, where it will be used in an atmospheric 
model to obtain a best-fit temperature profile. As the satellite orbits, it will take readings from successive 
sets of 90 points in the atmosphere along a line parallel to the earth's surface and perpendicular to the plane 
of the orbit. The set of readings for all 90 points takes 2 s and is called a scan. The combined readings of 
the 2400 sensors at a single point in the scan is called a sounding. There will not be enough downlink band- 
width to transmit all the sensor data, so a data compression algorithm, described in the next section, must 
be used. The algorithm employs a priori knowledge of the statistics of the received atmospheric signal and 
of the noise (contributed mostly by the sensors). 

First, we present a high-level description of the AC algorithm. The goal of the algorithm is to achieve 
good (typically better than 10 to 1) compression of remote sensing data by explicitly attempting to discard 
only white noise in the data. The AC algorithm relies on a technique called noise-adjusted principal com- 
ponents (NAPC) [2]. This is an extension of the classical principal component analysis of multivariate sta- 
tistics: Given a set of, say, spectral data, classical principal component analysis computes a linear change 
of coordinates in such a way that as much of the variation as possible in the original data is now concen- 
trated in a small number of spectral components. By retaining only these so-called principal components, 
one achieves data compression with a set of components which is smaller in number than the original set, 
but represents an acceptably large fraction of the variation of the original data. (The effectiveness of the 
technique relies on the existence of linear dependencies in the original data; the more such dependencies, 
the smaller the size of the resulting component set.) When working with noisy data, though, one faces a 
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Figure 7-1. Block diagram of anomaly coding algorithm. 

problem: Even if the principal components represent most of the variation in the original noisy signal, they 
may have a smaller (perhaps much smaller) signal-to-noise ratio (SNR) than the original data, in which 
case the real signal variation captured by the principal components may be unacceptably low. The NAPC 
technique addresses this problem. 

The NAPC technique modifies the classical method of principal component analysis by applying a 
preliminary coordinate change that ensures that, in the new coordinate units, the noise amplitude in each 
spectral component has the value 1. (In general, it is possible to isolate noise in this way if signal and noise 
are known to be statistically independent, and if one has reliable a priori estimates of mean and covariance 
for both signal and noise. In our case, signal and noise mean values and covariance matrices have been 
computed from simulated data, and are assumed to be reasonable approximations for the requirements of 
the NAPC computation.) Next, coordinates are changed again in the manner of principal component analy- 
sis, but in such a way that the value of noise amplitude is not affected. This means that, in the resulting set 
of spectral components, if one chooses a component with high amplitude, then automatically one is choos- 
ing a component with high SNR. Thus, one is free to choose a set of principal components, knowing that 
this set will not only capture a high fraction of the variation of the original data but will also have a high 
SNR. (As we've noted, one obtains a small number of principal components, that is, a high degree of data 
compression, when there is sufficient linear dependence in the original data.) This is the general sense of 
the NAPC technique. 
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The AC algorithm employs NAPC compression across the spectral data of each sounding. This pro- 
cess is illustrated in line (a) of Figure 7-1. The process begins with the step denoted spectral NAPC + 
regression in Figure 7-1, which represents the NAPC transformation itself, composed with a linear regres- 
sion to separate signal from noise. Computationally, this step is a large matrix multiplication. ("Large," in 
our case, approximately amounts to the multiplication of a 2400-element vector by a 200 x 2400 matrix; 
there are approximately 2400 spectral elements in each sounding, and experience with prior data shows 
that approximately 200 principal components are sufficient to yield a result exhibiting "negligible" signal 
degradation: "Linear statistical temperature retrievals from simulated clear radiances without anomalies 
were degraded less than 0.008 K rms at all levels when anomaly coding was applied to the data" [1].) Fol- 
lowing this spectral NAPC/linear regression step, we have a scaled quantization of the principal compo- 
nent output of the coordinate change, denoted quantize in line (a) of Figure 7-1. By "scaled," we mean that 
bits are apportioned to each spectral component in proportion to the contribution that component makes to 
the variation of the data set. 

The AC algorithm continues with the preparation of input data for a spatial NAPC computation, as 
indicated in line (b) of Figure 7-1. The single computational step in line (b) is denoted sensor data minus 
the inverse of NAPC. In this step, we first multiply the principal component vector obtained in line (a) by 
the inverse of line (a)'s NAPC transformation, yielding an estimate of geophysical signal in the original 
sensor data. (Note that this is the same data-recovery operation that will be performed on the ground.) This 
restored signal is then subtracted from the original sensor data to give us a vector denoted residual data, 
which is an estimate of the noise in the original data. As in line (a), the computation is dominated by a large 
matrix multiplication (in our case, this approximately amounts to the multiplication of a 200-element vec- 
tor by a 2400 x 200 matrix). The algorithm maintains one scan's worth of residual data for the spatial 
NAPC, the actual calculation of which is done in step (c) of Figure 7-1. 

The purpose of the spatial NAPC stage of the algorithm is to take into account 1// drift in sensor 
noise. Whereas the spectral NAPC calculation was performed across the spectrum, separately for each 
sounding, the spatial calculation is performed across all soundings of a scan (i.e., across 90 data points), 
separately for each spectral frequency. This calculation is performed in line (c) of Figure 7-1, in the single 
step denoted spatial NAPC + regression. The purpose here is analogous to line (a); there, we compressed 
sensor data and extracted signal information from it. This signal information is ultimately transmitted to 
the ground. In line (c), we compress the residual, that is, the noise in the original sensor data, and extract 
sensor white noise from it. This compressed sensor noise will ultimately be transmitted to the ground and 
combined with the reconstituted signal so that a filtered version of the sensor data with reduced white noise 
is obtained. (Recall that the spectral NAPC process required signal and noise to be statistically indepen- 
dent, and that we have a priori estimates of their mean and covariance. Similarly, the spatial NAPC process 
requires that sensor noise and white noise be statistically independent, and that we have a priori estimates 
of their mean and covariance as well.) Because the calculation can't be performed until data from all 
soundings of a particular scan are present, the partial computation performed at each sounding is actually a 
part of the spatial NAPC calculation from the previous scan. 

The burden of computation represented in line (c) of Figure 7-1 is not significant compared to the 
matrix multiplications of lines (a) and (b), and will not subsequently be dealt with in this report. Similarly, 
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the scaled quantization of lines (a) and (c) is computationally insignificant compared with the matrix mul- 
tiplications, and will not subsequently be dealt with. Finally, at the beginning and end of each scan, data 
calibration is performed which, since it too is not computationally significant compared with the matrix 
multiplications, will not subsequently be dealt with. 

We have just seen that the computational burden in this algorithm is borne essentially by two matrix 
multiplications, namely, the matrix multiplications represented in lines (a) and (b) of Figure 7-1. The com- 
putational precision required in these matrix multiplications is as follows [3]: 16 bits for the sensor data 
input in line (a); 16 bits for the elements of the matrix in line (a); 21 bits for the principal component out- 
put in line (a), which is also the principal component input in line (b); 17 bits for the elements of the matrix 
in line (b); and 24 bits for the residual data output in line (b). 

Note that each numerical multiplication that occurs in the matrix multiplication in line (b) has oper- 
ands of 21 and 17 bits. In the ensuing discussion of possible hardware implementations of this algorithm, 
one of the architectures we consider is the Texas Instruments (TI) TMX320C6201 digital signal processing 
(DSP) chip. Multiplication on this chip is limited to 16-bit operands. So, in the case of the TI DSP chip, we 
will make two accommodations. First, we will employ 16 rather than 17 bits to represent the matrix ele- 
ments in line (b) of Figure 7-1. In so doing, we will incur a 10% increase in distortion [3]. (Distortion is a 
quadratic measure of the difference between the ideal and extracted geophysical signal.) Second, we will 
think of the input vector in line (b) of Figure 7-1 as being broken up into two vectors, the first having 16-bit 
entries and the second having 5-bit entries. Each of these two vectors must be separately multiplied by the 
matrix in line (b), and then the two results combined via a (computationally insignificant) shift and accu- 
mulate. So, in the case of the TI DSP architecture, the computational burden actually consists of three, 
rather than two, matrix multiplications, with an increase in distortion of about 10% over the other architec- 
tures we will discuss. In the case of these other architectures, the computational burden still consists of 
only two matrix multiplications. 

As the primary goal of this study is to examine hardware configurations that can perform the AC 
algorithm at the required rate, four such configurations are examined in the following sections. The first 
three are based on commercial chips and therefore have the advantage of low cost and a shorter design 
cycle. The fourth includes an application-specific integrated circuit (ASIC) that could be built in Lincoln 
Laboratory's fully depleted 0.25-jUm SOI CMOS process. Its potential advantages are lower total power 
and the greater resistance to radiation inherent in the SOI process. No attempt has been made to choose 
among the four alternatives. 

In the following paragraphs, we address the suitability of implementing the AC algorithm using the 
TT TMX320C6201 fixed-point DSP. We address the performance of this DSP with regard to computational 
and I/O burden. The TI TMX320C6201 fixed-point DSP contains eight functional units and a 32K by 
32-bit addressable memory, with a highest-performance rating of 200 MHz. In programming this DSP, full 
eight-fold parallel processing is not usually attained, because each type of instruction can actually be exe- 
cuted only by a proper subset of the eight functional units. 
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The AC algorithm consists primarily of matrix multiplication, so we first determine the cost of per- 
forming matrix multiplication on this DSP. In the 22 ms following the acquisition of data from one sound- 
ing to the next, we will perform a spatial NAPC computation, the front end of a spectral NAPC 
computation, and the back end of a spectral NAPC computation using data from the previous scan. In 
terms of assessing computational cost, we can think of the spectral NAPC computation as amounting to 
multiplication of a 2400-element vector by a 200 x 2400 matrix, where each vector and matrix element is 
represented by 16 bits, as described previously. We can think of the back end of the spectral NAPC compu- 
tation as amounting to multiplication of a 200-element vector by a 2400 x 200 matrix, where each matrix 
element is represented by 16 bits and each vector element is represented by 21 bits. Finally, we can regard 
the spatial NAPC computation as being (relatively) computationally insignificant. 

As noted previously, this DSP chip permits at most 16-bit inputs to multiplication. Since the vector 
elements in the back end of the spectral NAPC computation are 21-bit numbers, we will think of that vec- 
tor as being broken up into two vectors, the first having 16-bit entries and the second having 5-bit entries. 
Each vector must separately be multiplied by the appropriate matrix, and then the two results combined via 
a (computationally insignificant) shift and accumulate. 

This all amounts to 200 inner products of vectors of size 2400, followed by 2400 inner products of 
vectors of size 200, done twice (once for a vector with 16-bit entries and once for a vector with 5-bit 
entries), representing a total of three matrix multiplications. To assess the computational cost of these three 
matrix multiplications, we begin by assessing the cost of an inner product: The operations that shoulder the 
burden in the computation of an inner product are add, load, and store, each of which can (with some limi- 
tations) be performed simultaneously in one clock cycle on this DSP; and multiply, which can (with some 
limitations) be performed simultaneously with add, load, and store in two clock cycles. With these con- 
straints the inner product of two 8-element vectors (each element being a 16-bit fixed point number) can be 
computed in 12 clock cycles using a 32-instruction subroutine, as shown in Figure 7-2. (We are assuming 
that a series of these products is being computed, so that there is a savings of two clock cycles due to pipe- 
lining, as indicated in Figure 7-2. The variables A0-15 and B0-15 in Figure 7-2 denote 32 user-program- 
mable registers.) 

To compute the inner product of two Af-element vectors, one can break the problem up into a series 
of inner products of 8-element vectors, and then accumulate the partial products. The overhead for this 
accumulation is minimal, so that, just as it requires 1.5 x 8 clock cycles to find the inner product of two 
8-element vectors, it takes about 1.5 xA^ clock cycles to find the inner product of two Af-element vectors. 
Applying this estimate to the inner products required in our three matrix multiplications yields 2.16 x 10 
clock cycles. At 180 MHz, with some padding for overhead, the computations require 14 ms. 

Having estimated the computational cost per sounding, we now estimate the I/O cost. We assume 
that the two matrices are held in off-chip memory. Given the sizes of the matrices (200 x 2400 and 2400 x 
200), we require 1 megaword of 16-bit or 32-bit memory. SGRAM or SDRAM from Micron Technology 
satisfies these requirements. These memories have peak cycle times of 10 ns; furthermore, this DSP chip 
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Figure 7-2. Inner product of two 8-element vectors. 

provides "glueless" interfaces to such memories. The I/O burden consists primarily of moving the two 
matrices (in stages) from the SDRAM to the on-chip 32K memory. (Note that the algorithm uses one of 
these matrices to multiply by two different vectors, one with 16-bit elements and one with 5-bit elements; 
this accounts for our three matrix products.) This amounts to about 106 reads per sounding. But at one read 
per 10 ns, the total I/O cost is 10 ms. 

Under our assumptions, computation plus I/O require 24 ms in the worst-case scenario, which is that 
there is no significant way to parallelize computation and I/O. Given that the time between soundings is 22 
ms, we conclude that a system based on this DSP chip would require a scheme that is more computation- 
ally or I/O efficient than what has been described here. That there are such schemes will become evident 
below; the I/O-efficient scheme described there could be implemented in a DSP-based environment as 
well. 

We now discuss implementing the AC algorithm using the Motorola DSP96002 general purpose 
floating-point processor. The computational and I/O requirements are the same as in the discussion of the 
TI DSP, except that we drop the restriction of 16-bit operands. We wish to first estimate the computational 
cost per sounding. In their documentation, Motorola describes a sample matrix multiplication program for 
this DSP. By using this program, multiplication of two NxN matrices requires about 2x N3 clock cycles. 
This program uses floating-point arithmetic. A conservative estimate based on Motorola documentation is 
that with so-called integer mode operations in place of floating-point operations, performance roughly dou- 
bles. Thus, by using integer arithmetic, multiplication of two NxN matrices requires about Ar clock 
cycles. This chip can multiply 32-bit numbers, so there is no need to break the second matrix-vector multi- 
plication into two parts. Now, as noted earlier, the computational burden of the AC algorithm for this archi- 
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tecture amounts to about 2400 x 200 multiplies and adds for each of two matrix computations. This is 
about the same number of adds and multiplies as occur in the product of two 80 x 80 matrices, done twice. 
According to the Motorola estimates, this computation consumes about 80 clock cycles for each of the 
two computations, or a total of 2 x 803 clock cycles. At 60 MHz, this DSP's top-rated speed, this is about 
17 ms. 

The I/O cost is calculated as above. In this case, given that the computational cost is 17 ms, and con- 
sidering that the time between soundings is 22 ms, it is required that there be a more computationally effi- 
cient, or a more I/O-efficient, scheme than what is described here. That there are such schemes will 
become evident later; the I/O-efficient scheme described could be implemented in a DSP-based environ- 
ment as well. 

In addressing the suitability of implementing the AC algorithm using commercial CPUs, one proces- 
sor type is investigated: the Motorola PowerPC family. We address the performance of these CPUs with 
regard to computational and I/O burden. The generic member of this CPU family allows two arithmetic 
instructions per clock cycle, with 32-bit integers. Referring to our computation estimate for the TI DSP, we 
see that our calculation was built around a routine to compute the inner product of two 8-element vectors, 
as shown in Figure 7-2. This routine has 32 instructions; so, as a conservative estimate, we assume that the 
equivalent routine in this case is simply a linearized version of that routine. Thus, 16 cycles are required to 
perform the basic computation. Reasoning as above, we see that, whereas in the case of the TI DSP it took 
1.5 x N clock cycles to compute the inner product of two JV-element vectors, it takes 2 x N clock cycles in 
the case of these PowerPC CPUs. Applying this estimate to the inner products required in our two matrix 
multiplications yields 1.92 x 106 clock cycles. At 180 MHz, with some padding for overhead, the computa- 
tions require 12 ms. This clock speed makes sense for a 0.35-jum design rule PowerPC 603e, which is at 
the low end in terms of power consumption (4.0-W typical, 5.0-W maximum power consumption at 200 
MHz). A faster alternative is the 0.29-^m design rule PowerPC 603e (4.0-W typical, 6.0-W maximum 
power consumption at 300 MHz). At 300 MHz, we estimate the computational cost at 8 ms. 

The I/O cost may be estimated in the same way as the estimate for the TI DSP. Given our 22-ms win- 
dow between soundings, we see that a scheme which is more computationally or I/O efficient would prob- 
ably be necessary in the 200-MHz case. That there are such I/O-efficient schemes will become evident in 
the discussion below; the I/O-efficient scheme described there could be implemented in a commercial 
CPU-based environment as well. 

One task of this study was to examine the suitability of using Lincoln Laboratory's 0.25-jUm fully 
depleted SOI CMOS process to help achieve a compact, low-power implementation of the AC algorithm. A 
test chip with some signal-processing circuits has been made with this process and successfully tested at 
clock rates exceeding 1 GHz with a 2-V power supply. The inherent resistance of SOI to latchup caused by 
radiation could be an advantage in earth orbit. However, this report describes elsewhere a commercial DSP 
and a commercial microprocessor, either of which is capable of the necessary computation and data trans- 
fer rates. These devices are programmable and have built-in interfaces to the synchronous DRAM storage 
chips that would be needed for storing the large matrices needed in the AC algorithm. If low cost, short 
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Figure 7-3. Hardware configuration with matrix multiplier application-specific integrated circuit (ASIC). DSP, digital 
signal processing; FP, floating point. 

development time, or minimum risk are dominant considerations, then either of them would be preferable 
to a solution based on an a Lincoln-built SOI CMOS ASIC. However, if low power is most important, then 
the configuration shown in Figure 7-3 might merit consideration. 

Figures 7-3(a),(b) compare the two hardware configurations using commercial chips only with the 
one about to be described, which uses a Lincoln-built ASIC as a matrix multiplication coprocessor. In Fig- 
ure 7-3(b) the microprocessor is shown symbolically smaller, because the dominant portion of the calcula- 
tion is the multiplication of large matrices, which will be performed by the ASIC. In Figure 7-3(a) a 
top-of-the-line microprocessor or DSP was needed to complete the calculations in time. In Figure 7-3(b) a 
much less capable, lower-power microprocessor could be used. Maybe the parts of the AC algorithm that 
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can't be done by matrix multiplication will represent a small enough load that they can be done in the main 
satellite instrumentation computer, in which case no extra microprocessor would be needed. 

Figure 7-3(c) shows a scheme for partitioning the calculation of the matrix product to save on the 
loading of operands, applicable to any of the processor options. For example, the first large step in the pro- 
cessing of one full scan of data (90 soundings) is to multiply a 2400 x 90-element matrix M of measure- 
ments by a 200 x 2400-element fixed matrix P. This is the dominant operation in row (a) of Figure 7-1. In 
that analysis it was assumed that P was read from SDRAM for each sounding. This paragraph describes an 
approach that strongly decreases the total number of accesses to SDRAM. The matrix M represents not 
one sounding (a vector of 2400 values) but an entire scan of 90 soundings. Instead of operating on the first 
sounding as soon as it arrives, it is necessary to delay until several, in this case 20, soundings have arrived, 
each with 2400 spectral readings. Then the 20 columns of M spanned by the small row vector v may be 
multiplied by the 20 rows of P spanned by the small column vector u. The ASIC computes a 20 x 20 
matrix of partial products, y = u • v, and then accumulates those partial products as u moves to the right and 
v moves down. When the accumulation is complete, that 20 x 20-element section of the product is stored 
into the SDRAM. Note that the computation of the entire product, Y = P • M, requires the loading of P 
from SDRAM not 90 times but only 5 times, once for each of the 20-wide vertical strips into which M can 
be partitioned. (The last strip needs to be padded with zeros, either in SDRAM or by the sequencer of the 
ASIC.) However, the measurement data needs to be loaded not just once, but 10 times, once for each of the 
20-high horizontal strips into which P can be partitioned. The total number of loads from SDRAM is still 
reduced from 200 x2400 x90 + 2400 x90 x 1 = 43.4 x 106 to 200 x 2400 x 5 + 2400 x 90 x 10 = 4.56 x 
10 , a factor of 9.5 reduction.. 

As described in the earlier schemes, the ASIC would have to do one multiply and one add every 10 
ns, so the clock rate of the ASIC would be 100 MHz. Floating-point arithmetic was judged to be preferable 
to integer arithmetic, both because the shorter word length needed would actually result in a lower transis- 
tor count and because it would be easier to maintain the required precision throughout the several steps of 
the algorithm. Earlier designs in the SOI CMOS process had 10-bit integer adders that were designed to 
work at 1 GHz, so a 32-bit floating-point adder, properly pipelined, could easily be made to run at one 
tenth the speed. A 16-kbit SRAM chip is currently being designed to be clocked at nearly 2 GHz. The 
ASIC would need a 400 x 32 = 12 800-bit SRAM operating at 100 MHz, which should be easy to make. 

An estimate of the power required by the floating-point portion of the ASIC can be made in a crude 
manner by counting the expected number of transistors and assuming that all their gates switch at half the 
clock speed, that is, 50 MHz. A reasonable average gate width is about 4 ^tm, which gives a gate capaci- 
tance of about 4 fF. Assume there is an equal amount of parasitic capacitance. Then the average power 
needed per transistor is (l/2)CV2/= 1/2 x 8 fF x (1.5 V)2 x50 MHz = 450 nW, assuming a 1.5-V supply. 

A rough estimate based on 25 transistors per 1-bit add-carry circuit suggests that the multiplier will 
have 7200 transistors and the adder 2000. Adding a little extra, the floating-point section should have about 
10 000 transistors, whose power would be 4.5 mW. 

Although the SRAM would have 12 800 x 6 = 76 800 transistors, only a small fraction would be 
switching at any time, so the SRAM power will be small compared to the floating-point power. Both of 
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them are small compared to the I/O power, which will be dominated by the driving of the addresses to the 
SDRAM. An earlier calculation showed that there would be 4.55 x 106 reads of SDRAM during a 2-s scan 
time for one of the two approximately equal large matrix multiplications that dominate the algorithm. 
Therefore, there would be about 107 reads of SDRAM every 2 s. Assume that the address lines each 
present a 50-pF load and that they toggle at every new address, that is, they charge up at a 2.5-MHz rate. 
About 24 bits would be needed to address the matrices, so the total addressing power would be 24 x (1/2) 
50 pF x (3 V)2 x 2.5 MHz = 13.5 mW, assuming a 3-V swing on the memory bus. 

By allowing a factor of 2 for other power dissipation, the ASIC should dissipate about 36 mW. The 
faster commercial processor chips dissipate several watts, so there is a potential for significant power sav- 
ings with the ASIC, even if it has to be used with a weak microprocessor separate from the satellite's main 

processor. 

This study has examined four different potential configurations of hardware, each of which is capa- 
ble of executing the AC algorithm. Three employed commercial chips only, while the fourth included an 
ASIC custom built in the Lincoln Laboratory fully depleted 025-fim SOI CMOS process. Advantages and 
disadvantages of each approach were offered, but no recommendation of a preferred approach was made. 
Such a choice would have to be made in the context of the full satellite instrumentation system, something 
beyond the scope of this study. 

Power requirements for each approach are summarized in Figure 7-1. The Lincoln ASIC does only 
matrix multiplications and must be used with a microprocessor to execute the compression algorithm. 
However, it could be a much less capable (i.e., lower power) microprocessor than those in Table 7-1. 

TABLE 7-1 
Summary of Processor Choices* 

Processor Power Dissipation 

Tl C6201 0.25 fim 

TIC6201 0.18 jum 

Motorola 96002 

PowerPC 603e 0.35 ßm 

PowerPC 603e 0.29 ^m 

Lincoln SOI CMOS ASIC 

5-6-W typical, 7-W maximum at 200 MHz 

1.8-2.2-W typical, 3-W maximum at 200 MHz 

1.75-W typical at 60 MHz 

4-W typical, 5-W maximum at 200 MHz 

4-W typical, 6-W maximum at 300 MHz 

30-40-mW estimated at 100 MHz 

*Ceramic 32 x 32-mm packages in all cases, except Lincoln ASIC. 
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None of the commercial processors is sold in a radiation-hard version, and the radiation hardness of 
the commercial parts was not available. The Lincoln ASIC offers some promise of radiation hardness, 
because it is an SOI part, but no test data are available for its process either. 

Before committing to a system based on the Lincoln ASIC, it might be advisable, for purposes of 
logic verification in hardware, to build a version of the ASIC using commercial gate arrays. 

R. Berger 
R. Frankel 
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